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Abstract 

 

Diamond nanoparticles (DNPs) have showed in vitro and in vivo biomedical applicability due to 

their low toxicity and biocompatibility. Recent studies have focused on the potential use of (DNPs) 

as suitable vehicles for improving drug delivery in cancer treatment. The advantages of DNPs lies 

in their high stability and small size compared to other carbon-based nanomaterials. In this work, 

CVD-diamond nanoparticles (CVD-DNPs) were synthesized and evaluated regarding their 

application as a new drug delivery platform for metastatic melanoma therapy.  A new synthesis 

technique developed DNPs from CVD diamond thin film. This type of diamond has the same 

physical and chemical properties as a natural diamond: extreme hardness, excellent thermal 

conductivity, low coefficient of friction, biocompatibility, chemically inert for temperatures below 

8000 C, among others. The main objective of this study was to produce CVD-DNPs by laser ablation 

and to evaluate their cytotoxicity. A pulsed, ytterbium-doped fiber (Yb) was used to form DNPs in 

the pure aqueous medium (Milli-Q). The final suspension was obtained at high concentration of 

the CVD-DNPs and it was used to evaluate the cytotxicity in murine metastatic melanoma B16-F10 

cells by using colorimetric assays. The characterization by FT-IR, X-Ray, DLS, RAMAN, SEM, and 

TEM demonstrated the successful synthesis of CVD-DNPs with a hydrodynamic diameter of 57 and 

54 nm. In vitro studies performed for 24h and 48h resulted in viability of 70-80% of cells incubated 

with CVD-DNPs at 250 μg/mL, which demonstrated a insignificant cytotoxic effect. Thus, these 

results suggest a potential use of CVD-DNPs as a drug delivery platform for antitumoral therapy.  

  

Keywords: HFCVD diamond, Laser Ablation, CVD Diamond Nanoparticles (CVD-DNPs), Drug 

Delivery, Melanoma. 

 

 

 

 

 



1. Introduction 

 

Diamond has a diversity of extraordinary properties  that continue to attract scientific interest in 

the search for new technological applications [1], [2], [3]. This widespread interest has led to new 

approaches for the growth and processing of diamonds and diamond films [4]. A series of 

applications have been developed based on the combination of diamond properties and the 

multiplicity of film properties obtained by combining the microstructure, morphological surface, 

impurities and surfaces [4], [5].  

Diamond Nanoparticles (DNPs) are a class of carbon-based nanomaterials of increasing interest in 

science and technology [3], including their use as a drug delivery [4]. DNPs are inert [5], optically 

transparent, photo-luminescent [6] and biocompatible [7]. The application of DNPs as drug 

delivery platform for cancer therapy is based on the passive tumor targeting due to the enhanced 

permeability and retention (EPR) effect known for NPs of 30-100 nm. Also, the efficiency of DNPs 

as drug delivery has been proved to be a result of increased vascular permeability provided by 

DNPs [4] [8]. Additionally, DNPs have been shown to remain inside the cell for a longer period of 

time, increasing the efficiency of chemotherapeutic treatment. These effects have been pointed to 

be a result of the cell internalization of DNPs by endocytosis [8] and which may eventually carry 

also external compounds into the cell due their complexation with DNPs [9]. Since DNPs can bind 

tightly to a variety of molecules and deliver them directly to a tumor [10], the use of DNPs as 

delivery agents considerably reduces the toxic side effects of chemotherapy [11]. Therefore, DNPs 

are a useful tool in the search for a better drug administration against cancer via an induced 

permeability of vascular barrier [3], [13].  

 

As with all commercial applications, cost-efficient production methods are as important as the 

application itself. Current research has focused on how DNPs can be synthesized through 

explosions. More recent studies show that the synthesis of detonation DNPs has already been 

optimized for a commercial scale, with rigid structure clusters that can reach hundreds of 

nanometers or even several micrometers [13].  Therefore, for most of its applications, particularly 

in biology and medicine, DNPs must be purified after synthesis[14]. There are other ways for 

synthesizing NPs which may be classified in two approaches: “bottom-up”, when atoms are 

aggregated to originate the nanomaterial and “top-down”, when the material is removed from a 



bulk structure [15],[16]. Pulsed laser ablation used in this study is a top-down approach which is 

gaining special attention within the scientific community [17],[18],[19].  

 

This study was focused in producing low-cost CVD-Diamond Nanoparticles (CVD-DNPs) and in 

studying their cytotoxicity in order to evaluate a possible application as drug delivery platform. In 

order to synthesize CVD-DNPs it was used a Synthetic CVD-diamond obtained by an innovative 

technology manufacturing from CVDVale company. The CVDVale uses hot-filament chemical vapor 

deposition (HFCVD), which makes the CVD diamonds suitable for implantable medical, dental and 

drug delivery interests. This work addresses the use of LASER ablation and evaluate the impact of 

this technique on the particle size, morphology and cytotoxicity of CVD-DNPs.  

 

Materials and methods  

 

2.1 CVD Diamond Productions 

For diamond film growth, the an HFCVD reactor was used, composed of a set of 6 tungsten 

filaments with diameters of 125μm, equidistant by 4 mm, maintained at a temperature of 

approximately 2200 ° C. The total gas pressure was of 50 Torr during the 3h of growth. The 

reactive gas mixture consisted of 2% CH4 and 98% H2. The ramp downturn off period was of 1 h. 

The sample was placed on the substrate holder at a distance of 5 mm for growth at 700ºC, was 

approximately 0.43 μm/h and 10 mm for growth at 550ºC. The about 30 to 50 micrometer 

microcrystalline diamond was grown in columnar structure without re-nucleation This is used 

process in CVDVale that is a company specialized on the CVD-diamond coating. 

 

2.2 Synthesis and Preparation of the CVD Nano-diamond Suspensions 

In order to perform the laser ablation process, we used CVD-diamond film obtained via 

the HFCVD technique provided from CVD Vale Company. CVD diamond film 30 μm thick was 

macerated using an agate mortar and pestle, and sifted in a granulometry sieve of 200 mesh 

(0.074 mm of mesh opening). CVD-diamond 5mg/mL aqueous suspensions from Deionizer 

Millipore Milli-Q system (40mL volume) were prepared and irradiated by pulsed laser ablation of 

ytterbium-doped fiber (Yb) (λ=1062nm) using the  PRO Marking (Pulsed Fiber-Yb laser), as shown 

in (Fig. 1), the CVD-DNPs  were ablated, at 30 (i) and 60 (ii) min time. Next, the colloidal suspension 

was centrifuged in Hettich Rotina 4500RPM for 0 and 60 min respectively, to remove aggregates, 



shown in Table 1. After for the purpose of removing of organic contaminants was used 

hydrofluoric acid (HF) for the removal of SiO2 from contamination of the sample by abrasion of 

the Agate mortar. In order to reduce the size of CVD-NDs, at 30 (i) and 60 (ii) min time, the 

colloidal suspensions was centrifuged for 0 and 60 min respectively, as shown in Table 1.  

 

The CVD-DNPs  were obtained by the laser ablation method.  Using a gaussian laser beam, pulsed 

average power 20 W, pulse time of 200 ns and frequency of 45 (KHz) the irradiance is obtained by: 

I (    ⁄ ) =                 ;                                                                                               (1) 

Where,                                                                                                                 (2) 

 

and where the minimum beam Ø is 0.04 mm, obtained by:                       ;                                                                                                                               (3)                                      

Where,                          ,                                                                     
 

 Which results in: 

 

I (    ⁄ ) ~     (    ⁄ )                                                                                                           (4). 

                                                                                                                                          

However, considering that this beam radiated particles of 10 micrometers of edge during the 

experiment, it is reasonable to consider that these microparticles when irradiated in the highest 

energy region of the beam (central region) are ablated.   

 



2.3 Characterization techniques  

2.3.1 Dynamic Light Scattering (DLS) and Zeta Potential 

Hydrodynamic diameter, size distribution and ζ-potential values were obtained through the 

dynamic light scattering (DLS) technique.  The equipment used for this analysis was the DelsaTM 

Nano C by Beckman Coulter, belonging to ICT-UNIFESP multi-user NAPCEM laboratory. For each 

sample, the dilutions were made in deionized water and the measurements were performed in 

triplicate to obtain mean and standard deviation values, both generated by the equipment 

software. 

2.5 Raman Scattering Spectroscopy 

The Raman scattering spectra were obtained using the Horiba Scientific equipment with a 

helium cadmium laser excitation (325 nm), from LAS/INPE. It is a vibrational spectroscopy 

technique used for molecular structures determination, quantification, materials identification and  

the degree of crystalline network disorder information. Raman spectroscopy was also used to  

identify different forms of carbon.  

2.3.2 X-Ray diffractometry  

The diffractograms were obtained using the PANalytical brand system from the X’PertPro series, 

from LAS-INPE and operated at 45kV and 40mA. This technique was  used to identify and quantify 

crystalline phases, orient crystallites, determine single cell parameters and residual stress [20] . 

2.3.4 FT-IR (Fourier Transformed Infrared Spectroscopy)  

The infrared spectra were acquired by Fourier transform infrared spectroscopy using a universal 

attenuated total reflectance sensor (FT-IR-UATR) (Perkim Elmer Spectrum, model Frontier). The 

FT-IR spectrum was an average of 32 scans at a speed of 2s per scan in a range of 400-4000cm-1. 

The resolution of the spectrometer was of 4cm-1.   

2.3.5  Field Emission Scanning Electron Microscopy (SEM-FEG)  

CVD-DNPs were physically and morphologically characterized using the scanning electron 

microscope. The micrographs were performed in collaboration with the LAS/INPE group and 

obtained with Field Emission Scanning Electron Microscopy by Tescan Mira 3, MIRA 3 model; 

which was coupled to the X-Ray dispersive energy spectroscopy (EDS) system. 



2.3.6 Transmission Electron Microscopy (TEM)  

The micrographs were obtained using the Transmission Electron Microscope MET Tecnai G2 

Spirit BioTWIN 120 kV (FEI) through a digitally controlled system,  CompuStage Single-Tilt tilt 

support, Olympus-SIS Veleta CCD 120/200 kV digital camera, tungsten emitter (W), TIA (TEM 

Imaging and Analysis) program for  image visualization, in collaboration with the Institute of 

Advanced Studies of the Sea (IEAMar), UNESP. 

 

2.4 In vitro assays 

2.4.1 Cell culture and cell line 

The cell line studied here as a tumor cell model was B16F10-Nex2 cells kindly provided by 

Laboratory of experimental biology of cancer (LABEC-UMC, BR). Tumor line B16 was isolated from 

spontaneous melanoma in C57Bl / 6 animals. Fidler [21] obtained gradually more aggressive and 

invasive strains after successive in vivo passages, numbering them from F1 to F10. The most 

aggressive strain was B16F10, obtained from the Ludwig Institute for Cancer Research. B16F10-

Nex2 cells were maintained at 5% CO2 at 37°C and grown in medium RPMI-1640 (GIBCO) 

composed of vitamins, amino acids, salts, D-glucose, 24 mM sodium bicarbonate, 40 mg / mL 

gentamicin (GIBCO) and supplemented with 10% fetal bovine serum (SFB) (Cultilab), pH 7.4. For 

cell washing, the buffer was used. PBS (Phosphate Buffer Saline). Composition: 140 mM de NaCl, 

2,7 mM, KCl, 10 mM de Na2HPO4, 1,8 mM KH2PO4, pH 7,4). Since B16F10-Nex2 cells are adherent, 

trypsin (GIBCO) was used to release cells from culture flasks and plates. 

 

 

 

 

2.4.2 Analysis of cell viability  

The cell viability assay was based on the indirect measurement of mitochondrial activity of cells 

after incubation with the materials under study. In viable cells, the salt 3-[(4,5-dimethylthiazol-2-

yl)-2,5-diphenyltetrazolium bromide] (MTT) (Sigma-Aldrich) is reduced and forms formazan, which 

is a purple insoluble salt. The formazan is quantified by absorbance measurement after 

solubilization in organic solvent. So, in this study, B16 cells were cultivated in RPMI1640 culture 

medium and plated in 96-well plates at the concentration of 103 cells per well (300 μL). After 12h, 

the supernatant was removed and the cells were incubated with 50 μL of 5 different 



concentrations of CVD-DNPs suspension. Then, after the incubation period of 24 and 48h, the 

culture medium was removed and 100 μL of MTT solution (2mg/mL, PBS solvent) was added in 

each well. The MTT was removed 3h later and the formazan salt was solubilized with 200 μL of 

DMSO. The solution was left to rest for 30 min, followed by measurement of absorbance at 540nm 

at the plate reader (Biotek). Absorbance of the wells wherein the cells were incubated in the 

absence of NDs were considered as 100 % of viability. 

 

2.4.3 Statistical Analysis  

The assays were performed in quintuplet, expressed as mean ± standard deviation and mean ± 

mean standard error of MTT assays. All the assays were statistically analyzed by Graphpad Prism® 

software, using the one way analysis of variance (ANOVA), followed by the Bonferroni test in order 

to compare with the control group. A probability value equal or less than 0.05 was considered 

statistically significant. 

 

3. Results and discussion  

 

The relationship between the morphology of diamond crystals and the conditions of their 

crystallization has been the subject of great scientific debate in the last two centuries. Based on 

the analysis of external morphology and diamond surface. The according to Evdokimov [22] 

concluded that more than one growth and dissolution process can occur in the same crystal, 

revealing precisely the same surface shapes, and may represent overlapping stages of growth and/ 

or dissolution. In our diamonds, the symmetry of their structure was demonstrated by the 

material’s morphology from SEM-FEG analysis, where one may note the faceted morphology of 

the CVD Diamond crystals (Fig. 2). Particles irradiated by the beam in area 1 are heated, in area 2 

are ablated and consequently the size reduction, as shown in the (Fig. 3). 

 

Water suspensions of laser ablation CVD-DNPs, were used to determine the obtained particle size 

distribution through the centrifugation process at 4500 rpm, performed at different times of 0 and 

60min (Table 2).  

A decrease in particle size was observed (Fig. 4). The results show a reduction in particle size due 

to the laser ablation and centrifuging time where it occurred the disagglomeration and stability  of 

CVD-DNPs. This size is very close to the size of a single diamond nanocrystallite [23]. This can be 

seen by the left dislocating curves at 30-60 min ablation time and 0-60 min centrifugation time, 



where the medium hydrodynamic radius was 54 and 57nm (Fig. 4a-b); while in the non-

centrifuged CVD-DNPs , the medium was 72 and 82 nm (Fig. 4c-d), respectively. Furthermore, a 

wider distribution curve is shown with laser ablation time and centrifugation for 60 minutes, 

provided the precipitation of bigger nanoparticles and the average diameter of NDs in suspension. 

 

The high stability of aqueous suspension of CVD-DNPs   was indicated by the low polydispersity 

index (PI) (0.2) and a small increase in the mean value of hydrodynamic diameter during the 

observed period. The high stability was provided by the high charge density on the NDs surface as 

suggested by the high value of Zeta-potential (-36.39 and -30.94 mV) respectively (Table 3). 

 

 

According to studies by Koniakhin [24], these values of z-potential exhibit the evidence of the 

produced colloidal stability. Measures were taken in colloidal solutions before and after 

centrifugation. From the measurements carried out on these solutions, a comparison between the 

results of the mean hydrodynamic size measurements using SEM and TEM analysis was possible. A 

purpose of purity identification and contaminant ND content were used to characterize the 

characteristics used SEM / TEM [25] , XRD [26] Raman Spectroscopy [27]and FTIR [28]. 

 

Figure 5 shows images after laser ablation for 60 min and after centrifugation for 60 min, 

respectively. There was a morphological change in the diamonds, due to the process (Fig. 5 a). 

Based on the obtained images, it was possible to visualize the aggregates of CVD formation and 

also the uniformity in particle size. In addition, the ablated and centrifuged CVD-DNPs are 

significantly smaller in size. The images made in SEM-FEG were analyzed with the software imageJ. 

Using the software, it is possible to measure the size of CVD-DNPs made in SEM-FEG by taking a 

statistical count to find the mean size value of the size distribution for each sample. For each case, 

using a sample of 100 particles, we obtained the particle size distribution curve, as shown in Figure 

5 b. The average particle size of the CVD-NDs for before and after centrifugation was 50.62 ± 14.28 

nm.  

 Figure 6 shows the average particle size, morphology and dispersion of CVD-DNPs  after ablation 

as obtained by transmission electron microscopy (TEM), after centrifugation (Fig. 6a). Note there 

was a morphological difference. The synthesized CVD-DNPs are agglomerated with rounded shape 

due to the performed process. Figure (6b) shows the image analyzed with the imageJ software to 



estimate size distribution. Thus, four regions of each sample were analyzed; that is, a statistical 

calculation was done by adding the areas of the CVD-DNPs  found in each of the two images taken 

for each sample. The medium particle size for the samples after centrifugation and laser ablation 

was 20.50 ± 6.19 nm. In addition, the discrete difference evidenced by the Dynamic Light 

Scattering (DLS) and the Scanning Electron Microscopy (SEM) in relation to the NDs size, does not 

characterize the results found as incompatible, since the second method provides only a small 

portion of the nanoparticles isolated from the medium. In the case of transmission electron 

microscopy (TEM), the diameters found were between 10 and 20 nm. According to the results, 

laser ablation time and the centrifugation process produces with diamond nanoparticles having 

the size of nanometric [29].  

 

From the dispersive energy spectroscopy (EDX), it was possible to analyze the chemical 

composition of the CVD-DNPs before and after the laser ablation and centrifugation processes. For 

this analysis, a drop of the colloidal solution was placed under a carbon tape. Due to equipment 

limitations, we chose a sample region of EDS with larger particles (Fig. 7). EDX spectrum with 5kV 

energy from laser ablation sample (Fig. 10a) shows the mass concentration, where we obtained 

the same 97.1% carbon and 2.9% oxygen values; (Fig. 7b) shows the mass concentration, where 

we obtained the same 77.8% carbon and 22.2% oxygen values; and (Fig. 7 c) shows the mass 

concentration, where we obtained the same 78.3% carbon and 21.7% oxygen values, thus 

Indicating that carbon is present in these samples. Oxygen concentration is possibly due to high 

reactivity; in both CVD-DNPs groups the concentration remained the same. According to Pearce 

[29] EDX spectra indicated the presence of only C and O; the purified NDs also confirmed the 

absence of impurities. This result supports those of Yang et al. [30], and confirms that diamond 

may be produced by ablation of under water. Results indicate that, as expected, the final material 

does not present contamination in the CVD-DNPs from the ablation techniques.  

 

The Raman spectra of all ND colloids suspensions after the laser ablated CVD-DNPs  processing, 

were measured using a laser Raman spectrometer using 25% of laser power with wavelength of λ 

= 532nm (Fig. 8). The material was characterized by Raman spectroscopy, which provides the 

information of photoluminescence frequency of different carbon structures [31], The size of the 

nanodiamonds was also studied using Raman spectroscopy. From the Raman spectroscopy 

analysis, it is possible to determine molecular structures, quantify and identify materials and 



degree of crystalline network disorder. The spectral analysis of the CVD-diamond sample showed 

the characteristic peak of sp3 hybridization at 1332 cm [32] of a residual stressless diamond [33] 

(Fig. 8a). The band of amorphous carbon, centered at 1550 cm -1, much wider than diamond, was 

also observed. The peaks found for all CVD-diamond samples and CVD-DNPs  analyzed, confirm 

the literature data that point out the Raman shift at 1332.5 (cm-1) for carbon in the formation of 

crystalline diamond, is at 1550 (cm-1) for amorphous carbon [34]. The evident luminescent 

background is due to its visible luminescence spectrum, as well as to the symmetry of the carbon 

atoms in the form of graphite (sp2 hybridization) on the CVD-diamond crystal and to the 

continuous emission as a result of expected crystal defects in CVD-diamond. Due to the laser 

ablation process, it was possible to reduce the diamond crystals’ size and their luminescence effect 

in the Raman spectrum, Fig 8b-c respectively, characteristic of structural diamonds. 

 

Another feature to be emphasized is the principle of incident and dispersed light, where the 

intensity of the Raman lines is dramatically increased when the scattered light intensity, between 

the incident photons is equal to the permissible electronic interband transition energy 

[34],[35],[36],[37]. The In both spectra, there was a high degree of purity of the diamond, due to 

the low G-band intensity which is related to a low graphite inclusion in the diamond, proving the 

technological efficiency of the process. Therefore, the laser ablation process showed no 

difference, indicating that the resulting material was not modified.  

 

To identify the contamination present in CVD diamond films and CVD-DNPs, a detailed FTIR 

analysis was performed on each sample as well as the used in laser ablation synthesis. Thus it was 

possible to verify whether there were changes in the chemical structure resulting from ablation.  

since it will provide the possibility of functionalization of NDs surface in order to promote 

biological or materials application. 

 

The FT-IR spectra of the CVD-Diamond sample and the CVD-DNPs obtained herein are depicted in 

(Fig.  9). The spectra are presented in a range between 4000 and 400cm -1. Above 4000cm-1 there 

is was no absorption in any of the samples. On the other hand, with the ATR sampling technique 

used, the absorbances obtained below 400cm-1 were no longer reliable. Spectrum analysis was 

performed based on the peak assignment available in the literature [38]. The absence of 

absorption bands in the FT-IR spectrum of CVD diamond confirmed that this sample did not have 



to contamination (Fig. 9a).  The FT-IR spectrum of CVD-DNP laser ablation (Fig. 9 b-c) showed a 

very intense band at 1089 cm-1 and 777 cm-1, which were attributed to Si-O-Si stretching and 

bending, suggesting the contamination of the sample with silica due to contamination with agate 

mortar and pestle, wherein the raw diamond was macerated at the beginning of the process of 

NDs preparation.Despite the contamination with Si-O-Si silica, FT-IR spectrum indicated that NDs 

obtained herein starting from laser ablation could be eliminated by acid treatment with HF 

followed by washing with deionized water and centrifugado for 300 min time. The successfulness 

of cleaning step could be certified by the absence of Si-O-Si silica absorption band in the FT-IR 

spectra of cleaned CVD-DNPs obtained herein are depicted in (Fig.  9 d-e). 

 

Based on the identification and quantification of crystalline phases, the determination of single 

cell parameters, the orientation of crystallite, and, finally, the determination of residual stress [39] 

and its possible contaminants, we used an X-Ray diffractometer the identification and 

quantification of crystalline phases. The material was characterized by x-ray diffraction before and 

after laser ablation (Figure 10), using the Highscore software. From these results we can observe 

the characteristic diffraction peaks of the diamond, for angles of 2ϴ = 43, 9º, 75,3º and 91,5º, 

concerning the diffraction of the planes (111), (220) and (311), respectively as shown in (Fig. 10 a), 

with Plane (111) being the most intense. From this analysis it was verified that the CVD-DNPs  did 

not present any contamination after laser ablation and CVD-DNPs  purification process.  

 

Using the Scherrer equation [40], [37], [41], and the values of the width at half height of the most 

intense diamond, considering λ=1.54056, it was possible to calculate the crystallite size (Eq.1): 

                ;                                                                                                                                          (5) 

 

 

Where, 

 D = average size of the crystallite,   = dimensionless form factor, 

 β = line widening in radians,  

θ = Bragg angle, and  

λ = X-ray wavelength. 



 

 

The mean size was determined from the total half-width maximum (FWHM) of the X-ray 

diffraction peak [42].  

The FWHM value includes errors originating from noise and equipment conditions, such as the 

width of the X-ray diffraction slit. In general, it is difficult to calculate the deconvolutions when the 

observed signals have high level noise. According to table 4, to obtain the FWHM value of each 

peak, we used the  Voigt line shape approximation by the sum of a Gaussian-type distribution and 

a Lorentzian width [43] .  

 

It is clear that, sample ablated for 60 minutes has a wider peak,as shown in Table 4 for all diffraction 

planes showing a smaller particle size.Likewise, (Fig. 10 b-c) shows the orientation of crystallite (111) in 

the characterization of CVD Diamond after the laser ablation process, the Fig. (10 d-e) shows that the 

purification process was efficient for cleaning the CVD-DNPs.  In accordance with theoretical studies 

reported by Telling [44], the Diamond cleavage energy was lower for Plane (111), meaning that 

there was a priority for the cleavage of the CVD diamond in these crystalline phases. The 

experimental results presented are coherent with the literature. All observed peaks are in 

accordance with JCPDS (Joint Committe e on Powder Diffraction Standards) no. 00-006-0675 (ND).  

  

Considering that one of the main applications of DNPs under investigation in biomedical field has 

been as drug delivery for cancer therapy [45][46], we evaluated the cytotoxicity of the DNPs 

prepared herein. With this purpose, the MTT assay was used, which offers a quantitative, 

convenient method for evaluating whether a material affects cell viability. The extension of MTT 

reduction by mitochondria of viable cells is proportional to the absorbance of formazan [47]. CVD-

DNPs, cytotoxicity was evaluated against murine melanoma cells B16F10. MTT assay was 

performed by incubating cells during 24h and 48h with CVD-NDs at 5 different concentrations: 

CVD-DNPs  (0.05 μg/mL), (25 μg/mL), (50 μg/mL), (125 μg/mL), (250 μg/mL). As depicted in Figure 

11, CVD-DNPs were not cytotoxic to B16 cells after 24h of incubation at any of the studied 

concentrations. In this assay, all the values of cell viability were equal or above 70%, considered 

the standard deviation, which is a limit value accepted to consider a material as non-cytotoxic. This 

observation is in agreement with the results reported by Schrand et al. [48]. In their work, NDs of 



2–10 nm of diameter were not cytotoxic to neuroblastoma cells nor to macrophages at 

concentrations in the range of 5-100 μg/mL.   

 

Nevertheless, CVD-DNPs showed increased cytotoxicity after 48h of incubation. At the range of 

0.05-125 μg/mL cell viability decreased in function of CVD-DNPs concentration. Interestingly, at 

the highest concentration of 250 μg/mL, the cell viability was high (76%), indicating non-

cytotoxicity at this condition. Although the increased cytotoxicity after longer time of incubation 

was not observed by Gismondi et al. [46] after incubation of B16 and HeLa cells with NDs, the 

authors used smaller DNPs (4-5 nm) and a higher concentration range (5-200 μg/mL). Our results 

were in line with previous observations of the group and with the information found in the 

literature [49][50][51]. The cytotoxicity of CVD-DNPs  at low concentration is a consequence of the 

interaction between small nanoparticles with cell membrane, inducing loss of membrane integrity 

and cell death. On the other hand, when CVD-DNPs are at higher concentration, they are prone to 

form big aggregates, mainly due to the proteins of the culture medium, which adsorb on ND 

surfaces. These bigger structures are not able to insert into cell membrane and therefore the cell 

viability is not compromised. Therefore, once the low cytotoxicity is one of the key features 

required for a drug delivery platform [48], the NDs prepared in this work have the potential to be 

used in the therapy of cancer, as for example of melanoma. Notably, the concentration of DNPs 

suspension has to be carefully controlled. Another alternative is the application of these small 

DNPs to prepare bigger structures wherein several kinds of drugs could be loaded, as already 

reported [46] [48].  

 

 

4. Conclusion 

 

The synthetic diamond-CVD, which has the same physical and chemical properties as natural 

diamonds, was useful to synthesize DNPs by Laser ablation (ytterbium doped fiber laser). It was 

possible to obtain DNPs with average hydrodynamic diameter of 54 nm and a particle size 

distribution between -2-10 nm. These CVD-DNPs properties favor the adsorption or complexation 

with other compounds, and the cell internalization due to their small size. The cost of diamonds is 

getting smaller and smaller, encouraging the use of this important class of materials for a variety 

of applications, especially biological ones. The cell viability assay showed low cytotoxic of CVD-



DNPs. The incubation of murine metastatic melanoma B16-F10 cells with CVD-DNPs for 24h and 

48h resulted in cell viability of 70-80% at 250 μg/mL.  The low cytotoxicity against tumor cells 

indicated the potential use of CVD-DNPs as drug delivery platforms for antitumoral therapy. The 

conjugation of photosensitizers (PS) CVD- DNPs, and cytolocation will be investigated in future 

stages of this research. 
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Figures

Figure 1

Draft pulsed laser ablation of ytterbium doped �ber (Yb) (Î»=1064nm) PRO Marking (Pulsed Fiber-Yb
laser)



Figure 2

Sample surface in CVD Diamond before laser ablation (a) magni�cation of (100 kx); (b) magni�cation of
(500 kx)



Figure 3

Schematic representation of irradiance (w / a) as a function of beam diameter.



Figure 4

Particle size distribution of the (a) 60 min laser ablation and 60 min centrifugation, (b) 30 min laser
ablation and 60 min centrifugation (c) 60 min laser ablation (d) 30 min laser ablation without the
centrifugation process



Figure 5

SEM images of the particles (a) Sample after 60 min of laser ablation, 60 min centrifugation and
puri�cation (increase of 500kx) and (b) Image distribution of particle sizes, with average size of 50,62 Â±
14,28 nm



Figure 6

TEM images of the particles (a) Sample after 60 min of laser ablation, with 60 min centrifugation and
puri�cation (20 Kx) and (b) Image granulometric distribution, with average size of 20,50 ± 6,19 nm



Figure 7

EDS graph (a) CVD dimond, (b) CVD-NDs (i) 30 min laser ablation and 60 min centrifugation, after acid
treatment for removing SiO2 from the sample and (c) CVD-NDs (ii) 60 min laser ablation and 60 min
centrifugation after acid treatment for removing SiO2 from the sample.



Figure 8

Raman spectra intensity (u.a) Vs of: (a) CVD diamond before laser ablation, (b) CVD-NDs (i) 30 min laser
ablation and 60 min centrifugation and (c) CVD-NDs (ii) 60 min laser ablation and 60 min centrifugation



Figure 9

FTIR spectra of the: (a) CVD diamond before laser ablation, (b) CVD-DNPs (i) 30 min laser ablation and
60 min centrifugation, (c) CVD-DNPs (ii) 60 min laser ablation and 60 min centrifugation (d) CVD-DNPs (i)
30 min laser ablation and 60 min centrifugation, after acid treatment for removing SiO2 from the sample
and (e) CVD-DNPs (ii) 60 min laser ablation and 60 min centrifugation after acid treatment for removing



SiO2 from the sample. The FT-IR spectrum was an average of 32 scans at a speed of 2s per scan in a
range of 400-4000cm-1. The resolution of the spectrometer was of 4cm-1

Figure 10

XRD graphics: (a) CVD diamond before laser ablation, (b) CVD-DNPs (i) 30 min laser ablation and 60 min
centrifugation, (c) CVD-DNPs (ii) 60 min laser ablation and 60 min centrifugation (d) CVD-DNPs (i) 30 min
laser ablation and 60 min centrifugation, after acid treatment for removing SiO2 from the sample and (e)



CVD-DNPs (ii) 60 min laser ablation and 60 min centrifugation after acid treatment for removing SiO2
from the sample

Figure 11

B16 F10 murine metastatic melanoma cells viability assessed by MTT assay in cells cultivated for 24h
and 48h with CVD-NDs produced by laser ablation technique (a-b) at 5 different concentrations. The
results are presented as average ± standard error for n = 5 (One Way ANOVA test and Tukey multiple



comparisons). Incubation of CVD-NDs without cells followed by the incubation with MTT and
measurement of absorbance was performed in order to evaluate possible interfering signals from CVD-
NDs (CVD-NDs control).
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