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Abstract
A metal-organic framework material, an iron-doped ZIF-8 loaded with multi-walled carbon nanotubes
(FZM), was fabricated and used to adsorb tetracycline (TC) in this investigation. The adsorption impact
and mechanism of TC on FZM were revealed using batch adsorption experiments and characterization
analyses. The effects of Fe doping amount, pH, temperature, beginning concentration, and coexisting
ions on the adsorption effect of TC were explored. It was discovered that Fe doping amount of 75 mg, pH
of 6, and initial concentration of 100 mg/L produced the optimum adsorption effect. TC adsorption was
also enhanced by the presence of Ca2+. The adsorption process of TC on FZM followed the pseudo-
second-order (PSO) kinetic and Freundlich isotherm models, indicating that chemisorption was the
dominant factor in the removal process of TC and the reaction was multilayer adsorption, with a
theoretical maximum saturation capacity of 1111.11 mg/g �tted according to the Langmuir model, which
was better than most other adsorbents. The procedure of TC adsorption on FZM. The adsorption process
on FZM is a spontaneous, heat-absorbing process, and the adsorption capacity increases as the
temperature rises. According to the �ndings of the FTIR study undertaken before and after adsorption, the
mechanism of TC on FZM is predominantly intermolecular hydrogen bonding, surface complexation, π-π
interactions, and electrostatic interactions. The projected adsorption capacity of TC was 599.78 mg/g
under optimal adsorption circumstances of pH 7.1, temperature 312.5 K, and injection amount 64.43
mg/L, with a divergence of 1.73 % from the actual value, according to the response surface optimization
studies. Furthermore, FZM has high reusability, and after four cycles of trials, the adsorption capacity of
TC on FZM may still be greater than 370 mg/g, with a 15% loss. The cost of treating 100 mg/L of TC
e�uent was estimated to be around 8.35 US$/m3, indicating that FZM had excellent application
possibilities for TC removal.

1. Introduction
In recent decades, antibiotics have been identi�ed in signi�cant amounts in water bodies and terrestrial
ecosystems(Liu et al. 2018). TC has become one of the most widely prescribed in the world, with its
e�cient antimicrobial property in underdeveloped nations, and is extensively utilized in the treatment of
various ailments and livestock breeding(Akbari et al. 2021). TC, on the other hand, is not thoroughly
absorbed by the body, and 70-90% of it is excreted in the sewage system via urine and feces(Minale et al.
2020). TC will migrate into the surroundings through domestic sewage and industrial e�uents if it is not
completely eliminated, contaminating the ecological system and posing a risk to public health and
aquatic ecology(Zhou et al. 2021). Furthermore, TC is biodegradable, whereas enormous concentrations
of TC suppress the activity of microorganisms(Wang et al. 2021). TC has low toxicity, but it produces
adverse effects in humans such as nausea and vomiting, as well as an inhibitory effect on
microorganisms in the environment(Chen et al. 2020). Antibiotic resistance genes triggered by antibiotic
misuse are predicted to cause 10 million deaths by the middle of this century. Hence, the elimination of
TC is a pressing environmental issue that must be addressed immediately.
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Proper treatment before discharge is required to reduce TC release into the environment(Ashworth &
Ibekwe 2020). Photodegradation(Norvill et al. 2017), biodegradation(Huang et al. 2014), electrochemical
degradation(Brinzila et al. 2012), sonochemical degradation(Nasseri et al. 2017) and adsorption(Minale
et al. 2020) have all been employed to remove TC from aquatic environments for decades. TC has been
removed from water using these methods. Nevertheless, adsorption is an extensively employed
methodology for eliminating TC from aqueous solution cost-effectively and e�ciently. TC was collected
by using variety of adsorbents, including biochar(Liu et al. 2021; Li et al. 2021), kaolinite(Zhao et al.
2011), chitosan(Yaqubi et al. 2021), ceramsite(Zhang et al. 2019), carbohydrate-based carbon(Wang et
al. 2021) and reduced graphene oxide(Bao et al. 2018). Because these materials have a limited
adsorption ability, the demand for high-e�ciency adsorbents for contaminant removal is still increasing.

Metal-organic frameworks (MOFs) are one-of-a-kind composites with properties including porosity, high
surface area, and structural �exibility(Feng et al. 2019; Vo and Kim 2021). The nanomaterials derived
from the reaction of metal ions as the center and imidazole as an organic ligand, zeolitic imidazolate
frameworks (ZIFs), one of the high thermal and water durability among these MOFs(Fei et al. 2013).
Especially in recent decades, ZIFs have been shown to function well in gas separation(Wang et al. 2015),
photocatalysis(Huang et al. 2021), and desalination(Wei et al. 2020), particularly in terms of
adsorption(Li et al. 2020). For example, Ding et al. employed ZIF-8 to capture Cr(VI), methyl orange(MO),
and phenol, exhibiting encouraging results(Ding et al. 2017). In addition, ZIFs have been explored for their
potential to be integrated with various materials via post-synthesis processes to enhance their adsorption
effectiveness. Wang et al. effectively generated ZIF-8/hydroxylated MWCNT nanocomposites, and the
adsorption capacity of phosphate reaches 203 mg/g(Wang et al. 2020). Pei et al. applied phosphorylated
iron-doped ZIF-8 to adsorb U(VI) and discovered that the adsorption capacity reached 631 mg/g(Pei et al.
2022). Within those trials, it was established that the ZIF-8 has greater performance in eliminating
unwanted contaminants. However, the Fe-doped ZIF-8/ MWCNTs composite has yet to be investigated as
a TC adsorbent in an aqueous solution.

In this paper, iron-doped ZIF-8/MWCNTs for TC removal from wastewater was prepared using a post-
synthesis approach. The in�uences of pH value, reaction time, and primary TC concentration were all
systematically discussed to evaluate the adsorption behavior of FZM for TC. The adsorption kinetics,
isotherms, and thermodynamics of TC on FZM were also explored in-depth to further explain the
mechanisms. Response surface methodology (RSM) and Box-Behnken design (BBD) were utilized to
simulate FZM's removal effect on TC. The optimum conditions were identi�ed by adjusting three
parameters: pH, adsorbent dosage, and temperature, all of which were tested.  Finally, the FZM material's
production cost was estimated, and repeated regeneration trials were conducted to investigate the
feasibility of its practical application.

2. Materials And Methods

2.1. Reagents
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Zinc nitrate hexahydrate (Zn(NO3)2·6H2O, ≥99%) was purchased from Chemical Reagent Co., Ltd.
(Nanjing, China), 2-methylimidazole (C4H6N2, 99%) was purchased from Aladdin Biochemical Technology
Co., Ltd. (Shanghai, China), heptahydrate Ferrous sulfate (FeSO4·7H2O, ≥99%), methanol (CH4O, ≥99.5%)
were purchased from Sinopharm Chemical Reagent Co., Ltd. Tetracycline (99%) and multi-walled carbon
nanotubes (>95%, outer diameter: 8-15 nm, length: ~50 μm) were provided by McLean Biochemical
Technology Co., Ltd (Shanghai, China). Without additional treatment, all reagents were utilized as
purchased.

2.2 Synthesis of adsorbents

2.2.1 Preparation of ZIF-8 and Fe-ZIF-8
The preparations for ZIF-8 and Fe-ZIF-8 adopt the simple precipitation method. To be more speci�c, 1.5g
of Zn(NO3)2·6H2O and 75mg of FeSO4·7H2O were dissolved in 70mL of methanol (solution A), and 3.3g
of 2-methylimidazole was dissolved in 70mL of methanol (solution B). After stirring for 30 minutes and
generating a homogeneous solution, solution B was gently added to solution A to make a mixed solution.
The mixture was then stirred vigorously for 3 hours at room temperature. After that, the combination was
allowed to rest for 1 day in an indoor environment. Finally, the solid was rinsed three times using
anhydrous methanol after centrifuging the emulsion at 8000 rpm. The solid was dried in a vacuum at 60
°C for 12 hours to obtain a white ZIF-8 powder and a light-yellow Fe-ZIF-8 powder. Moreover, Fe-ZIF-8 (0)
and Fe-ZIF-8 (150) were prepared similarly to Fe-ZIF-8 (75), with the addition of FeSO4·7H2O was 0 mg
and 150 mg, respectively.

2.2.2 Preparation of Fe doped ZIF-8/MWCNTs composite
Fe-ZIF-8/MWCNTs was synthesized by a post-synthesis method. Following that, 10mg of multi-walled
carbon nanotubes were added to the previously prepared Fe-ZIF-8 solution, which was then ultrasonically
stirred for 30 minutes and magnetically stirred for 3 hours to form a uniformly dispersed mixture. The
mixture is then deposited in a polytetra�uoroethylene-lined autoclave and maintained at 90 °C for 12
hours. Collect the sample after the reaction is �nished, rinse it 3 times using methanol and ultrapure
water, and then place it in a vacuum at 60 °C for 12 h to acquire the �nal product.

2.3 Sample analysis
The crystal structures of the samples were obtained by X-ray diffraction (XRD; Ultima IV, Rigaku, Japan).
The power of the Cu-kα X-ray generator was 3 kW, the scanning speed was 0.02 °/s, and the 2θ test range
was 5°–50°.
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To observe the morphologies of the materials, high-resolution images of gold-plated samples were taken
using scanning electron microscopy (SEM; JSM-7600f, Jeol, Japan; accelerating voltage 20 kV).

The chemical compositions of the samples were analyzed by Fourier-transform infrared (FT-IR)
spectroscopy (Nicolet IS5, Thermo Scienti�c, USA) in the wavenumber range 400–4000 cm−1.

The Brunauer-Emmett-Teller (BET) speci�c surface areas, pore-size distributions, and pore volumes of
samples were determined using an automatic speci�c surface area and pore size analyzer (ASAP2020
and HD88, Micromeritics, USA).

N2 adsorption-desorption isotherms were obtained at −196 °C after degassing at 150 °C for 24 h (heating
rate 10 °C/min, N2 �ow rate 30 mL/min, test range room temperature to 800 °C).

The thermal stabilities of the samples were evaluated by thermogravimetric analysis (TGA; Q500, Ta,
USA)

X-ray photoelectron spectroscopy (XPS; ESCALAB 250Xi, Thermo Scienti�c, USA) was used to obtain
species, valence, and composition information for the sample surface elements. 

2.4 Evaluation of adsorption performance
In batch experiments, the adsorption properties of as-prepared adsorbents for TC were studied. All of the
TC solutions were made from the 100-mg/L stock solution, which was developed by dissolving
quantitative TC powder in ultrapure water and preserving it at 4°C in the refrigerator.

A centrifuge tube containing 50 mL of TC solution (100 mg/L) was infused with a speci�ed amount of
adsorbent and placed in a constant temperature oscillator at 160 rpm and 298 K to evaluate the effect of
adsorbent dosage, solution pH, and co-existing ionic strength. The solution pH was adjusted from 2 to 12
using 0.1mol/L HCl and 0.1mol/L NaOH. The effect of ionic strength on TC adsorption by FZM at various
concentrations (50, 100mg/L) was researched using NaCl, Na2SO4, Na2CO3, MgCl2, and CaCl2. After
adsorption, a 0.22-μm �lter was used to obtain a clear solution, and the residual TC concentration was
detected using an ultraviolet spectrophotometer at 357nm, and the removal rate (R) and adsorption
capacity (Qe, mg/g) were estimated by equations 2.1 and 2.2.
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In which, Ci and Ce are the concentration of TC before and after reaction, respectively, mg/L; V is the
volume of TC solution, mL; m is the amount of adsorbents, mg.

2.5 Optimization by RSM
RSM is a statistical approach for �tting correlations between factors and response values that employs
quadratic polynomial equations. It requires consideration of experimental features such as experiment
design, model applicability, and the ideal combination of conditions. The BBD model of RSM was used to
explore the effect of three signi�cant individual variables on TC adsorption capacity on FZM, including
pH (A, 4-8), temperature (B, 298–318 K), and adsorbent dosage (C, 50-150 mg/L), as well as the projected
response (Y) to the adsorption capacity. The TC optimization criteria are described in Table S1.

Use Design-Expert 12 software for statistical investigations such as analysis of variance (ANOVA), 3D
surface plots, and �t statistics. A binary regression equation is used to represent the relationship between
the response variable (Y) and the individual variable (X), as shown below (Equation 2.3).

Where Y is the predicted response; Xi and Xj are the independent variables (i and j = 1, 2, 3, 4, or k); and β0,
βi, βii, and βij are the migration, linear, second-order, and interaction coe�cients, respectively.

3. Results And Discussion

3.1 Characterization

3.1.1 SEM analysis
SEM images of ZIF-8, MWCNTs, Fe-ZIF-8, and FZM are shown in Fig. 1. The microstructure and
morphology of the ZIF-8 crystal demonstrate that it is rhombohedral in shape, which is in accordance
with previous observations. However, once compared to the original ZIF-8, the crystal structure of ZIF-8
after Fe doping exhibits an obvious collapse, which could be consistent with the notion that only a small
portion of Fe2+ is introduced into the ZIF-8 framework to replace Zn2+, and the remainder was oxidized to
Fe3+ and dispersed on the surface and pores of Fe-ZIF-8, causing the framework's stability to be
compromised and the structure to collapse(Pei et al. 2022). FZM has a chain structure. Fe-ZIF-8 adheres
to and grows around MWCNTs, and MWCNTs intersperse inside the Fe-ZIF-8 crystal, joining adjacent
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crystal particles in series, as seen in Fig. 1(d). It's possible that Zn2+ gets adsorbed on MWCNTs' surfaces,
resulting in the Fe-ZIF-8 production process taking place there(Zhang et al. 2021).

3.1.2 XRD analysis
Figure 2(a) shows the X-ray diffraction patterns of ZIF-8, MWCNTs, Fe-ZIF-8, and FZM. It can be seen that
there are obvious characteristic peaks similar to ZIF-8 in the XRD pattern of FZM composites, which are
located at 7.5°, 10.5°, 12.5°, 14.7°, 16.2°, and 18.0° corresponding to the characteristic diffraction peaks
of (011), (002), (112), (022), (013) and (222) crystal planes(Wang et al. 2020). Compared with the XRD
patterns of ZIF-8 and Fe-ZIF-8, FZM showed stronger peak intensity around 2θ = 26°, indicating that ZIF-8
and MWCNTs were successfully recombined. In addition, the high-intensity characteristic peaks indicate
that the synthesized sample has high crystallinity, and at the same time, no other obvious peaks are
observed, indicating that the sample is well synthesized.

3.1.3 FTIR analysis
FTIR spectra were utilized to characterize the samples and analyze the functional groups contained in
them. Figure 2(b) depicts the FTIR pro�les of four samples: MWCNTs, ZIF-8, Fe-ZIF-8, and FZM. The
pro�les of ZIF-8 and Fe-ZIF-8 are nearly identical, implying that the Fe doping modi�cation did not affect
the functional group species of ZIF-8. From the �gure, the absence of broad peaks in the wavenumber
between 3300 and 3500 cm− 1 is due to the successful binding of N-H to Zn(Tsai et al. 2019). The
absorption of the telescopic vibrations of C-H belonging to the saturated hydrocarbon C-H (CH3) and the
unsaturated hydrocarbon C-H of 2-methylimidazole, respectively, causes the characteristic peaks at 2931
and 3135 cm− 1. The telescopic vibrations of Zn-N are responsible for the sharp peak at 423 cm− 1,
indicating that Zn is attached to the nitrogen atom to form a ligand structure(Nagarjun &
Dhakshinamoorthy 2019). Furthermore, the characteristic peaks in the range of 700–1600 cm− 1 are
those of 2-methylimidazole ligands, and the stretching vibration peak of the C = N bond in the imidazole
ring appears at 1584 cm− 1, indicating that organic ligands were not lost due to Fe doping(Sun et al.
2020). The XRD analysis was also veri�ed, indicating that the introduction of Fe did not affect the
structure of ZIF-8. And its abundant functional groups, such as C-H, C = N, and Zn-N, provide abundant
active sites for adsorption.

3.1.4 BET analysis
Figure S1(a), (b), and (c) depict the N2 adsorption-desorption isotherms for ZIF-8 and FZM, demonstrating
that ZIF-8 and FZM have type I and IV isotherms, as well as type H1 and H4 hysteresis loops,
respectively(Li et al. 2019). In addition, the hysteresis loops are in the 0.45 < P/P0 < 1.0 range, indicating
that FZM has a hierarchical porous structure with micropores and mesopores. Compared with pristine
ZIF-8 (983.44 m²/g), FZM (1110.39 m²/g) has a higher speci�c surface area. In addition, the pore volume
of FZM was 0.521 cm3/g, which was increased compared with 0.443 cm3/g of ZIF-8, and the average
pore size decreased from 6.30 nm of ZIF-8 to 5.81 nm of FZM, indicating that after the addition of Fe and
MWCNTs, the pore structure changes signi�cantly, yet has little effect on the formation of pristine ZIF-8.
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Moreover, the reduced pore size can provide more active sites for the attachment of pollutants, which can
effectively improve the performance of the adsorbent.

3.1.5 TG analysis
TGA thermogravimetric analysis curves of two distinct adsorbents in the N2 atmosphere at 800°C are
shown in Figure S1(d). The �gure clearly shows that both adsorbents are thermally stable. Both
adsorbents lost weight at 550°C, 7.62% for ZIF-8 and 11.11% for FZM, respectively, due to water and
organic solvent, as well as the unreacted 2-methylimidazole. When the temperature approached 600°C,
the weight of both adsorbents dropped dramatically, owing to the fracture and skeletal collapse of Fe-N or
Zn-N. Both adsorbents have good thermal stability within 550°C, similar to that previously reported for
ZIF-8, however, FZM has a lower heat resistance temperature than ZIF-8(Wu et al. 2015).

3.1.6 XPS analysis
XPS was used to scrutinize the surface chemical composition of FZM, and the results are displayed in
Figure S2. The observed scanning spectrum of FZM is depicted in Figure S2(a), indicating that the
composite material is mostly composed of elements including C, N, Fe, and Zn. The presence of Fe
implies that the metal-organic framework has been successfully doped with Fe. As shown in Figure S2(b),
C 1s is divided into two peaks, with C = C/C-C and C-N/C-H. N 1s is similarly divided into two peaks in
Figure S2(c), pyridine N and Fe-N/Zn-N; the existence of Fe-N con�rms the successful synthesis of Fe-ZIF-
8(Yang et al. 2021). Figure S2(d) reveals that 2p3/2 and 2p1/2, which are positioned at 1021.8 eV and
1044.8 eV, respectively, contribute the majority of the Zn 2p spectrum, con�rming that the introduction of
Fe did not affect the normal synthesis of the ZIF-8 framework. The peaks of Fe element in Figure S2(e)
comprise Fe2+ 2p3/2 (710.58 eV), Fe3+ 2p3/2 (713.13 eV), Fe2+ 2p1/2 (723.43 eV), and Fe3+ 2p1/2 (727.86
eV) owing to the addition of Fe2+ element. The existence of Fe3+ may be attributed to Fe2+ being exposed
to air and oxidized to Fe3+ during the material fabrication.

3.2 Adsorption performance

3.2.1 Effects of iron doping, adsorbent dosage
Figure S3(a) illustrates the effect of ZIF-8, MWCNTs, and three ZIF-8/MWCNTs with varying Fe doping
quantities on the adsorption capacity of TC at an initial concentration of 100mg/L, 298K, and pH = 6 for 6
hours. When the amount of Fe doping was raised from 0 mg to 150 mg, the adsorption capacity of TC
increased from 321.7 mg/g to 416.1 mg/g, then reduced to 364.8 mg/g, suggesting that Fe doping
improved the adsorption performance of ZIF-8. When the amount of doping was increased, however, the
adsorption effect diminished. The doping concentration may be too high, triggering a partial collapse of
the metal-organic skeleton structure and hence a reduction in adsorption performance. Furthermore, the
addition of MWCNTs signi�cantly increased the adsorption capacity of TC, demonstrating that the
addition of MWCNTs also promoted the material's adsorption performance.
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Figure S3(b) depicts the effect of FZM dosing on the adsorption capacity of TC at a TC concentration of
100 mg/L at 298 K and pH = 6. The removal rate of TC increased from 31.19–55.11% as the FZM dosage
was increased from 50 mg/L to 250 mg/L, whereas adsorption capacity declined by roughly 65% from
623.8 mg/g to 220.44 mg/g. The increase in TC removal could be attributable to a higher adsorbent
dosage, which offered underutilized adsorption sites, resulting in a considerable reduction in adsorption
capacity(Yu & Wu 2020). The ideal dosage of adsorbent is determined to be 100mg/L based on a cost-
bene�t assessment of price and adsorption effect.

3.2.2 Effect of pH
The pH of the solution is also crucial in the adsorption process. Under the conditions of 100 mg/L TC
initial concentration, 100 mg/L FZM dose, and 298 K temperature, the effect of pH value on TC
adsorption capacity on FZM was investigated in this work. Figure 3 depicts the results.

Figure 3 demonstrates that as the pH of the solution increased from 2 to 6, the adsorption capacity of
FZM for TC increased. When the pH was raised from 6 to 12, the adsorption capacity decreased
considerably. It shows that the capability of TC adsorption on FZM is pH-dependent. The adsorption
capacity of TC increases at �rst and then declines as the pH of the solution rises. TC has cationic species
TC+ (pH<3.3), oligomeric ionic species TC0 (3.3−/TC2− (pH > 7.8) ionic states, according to previous
research(Wang et al. 2020). When the pH<3.3, TC exists in the form of TC+, and a huge number of
positive charges accumulate on the surface of FZM, resulting in the obvious electrostatic repulsion
between the adsorbent and TC+. When the pH is between 3.3 and 7.8, the proton concentration in the
solution decreases, lowering the positive charge on the adsorbent FZM's surface, and TC exists in the
form of TC0, weakening the electrostatic repulsion between the two and increasing the adsorption
capacity. When the pH 7.8, TC molecules exist in the form of anionic species TC−/TC2−, and the OH−

content in the solution gradually increases, resulting in the accumulation of negative charges on the
FZM's surface, and the adsorbent and anions generate electrostatic repulsion, obstructing the contact
between the TC and the FZM surface, lowering the adsorption capacity. Therefore, electrostatic
interaction is critical in the process of TC adsorption on FZM.

3.2.3 Effect of ionic strength
Since TC commonly coexists with other ions in natural waters, and these ions can promote or inhibit TC's
adsorption effect, the effect of coexisting ions must be investigated. As a consequence, at concentrations
of 50 and 100 mg/L, this experiment explored the effects of �ve typically found in water compounds,
such as NaCl, Na2SO4, Na2CO3, MgCl2, and CaCl2, on TC adsorption by FZM. The TC adsorption
experiment was carried out using separate 50 and 100 mg/L coexisting ionic precursors, and after the
reaction was completed for 6 hours, the TC concentration in the residual solution was measured and the
TC adsorption capacity was calculated.

As shown in Figure S4, the adsorption of TC by FZM was signi�cantly inhibited in the presence of NaCl,
Na2SO4, Na2CO3, and MgCl2, and the inhibition increased as the ion concentration increased from 50
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mg/L to 100 mg/L. This indicates that these ions have a competitive effect on the adsorption of TC on
FZM, probably Cl−, SO4

2−, and Mg2+ occupy the adsorption sites on the adsorbent surface, resulting in the

hindrance of TC contact with the adsorbent. The hydrolysis of CO3
2− to create OH−, which makes the

solution alkaline and hence affects the solution pH during adsorption, might explain the reduction in TC
adsorption capacity in the presence of CO3

2−. However, in the presence of Ca2+, the adsorption of TC by
FZM was promoted and the TC adsorption capacity increased instead, but when the concentration of
Ca2+ was increased to 100 mg/L, the TC adsorption capacity decreased compared to that at 50 mg/L, but
it was still higher than that without Ca2+ addition.

3.3 Adsorption modeling

3.3.1 Adsorption kinetics
Figure 4(a) depicts the effect of increasing the reaction time on the adsorption capacity of TC by FZM
under the following conditions: TC concentration of 100 mg/L, 298K, and pH = 6. Figure 8(a) shows that
as time passes, the adsorption capacity increases rapidly, then slows down before reaching equilibrium at
420 min. The adsorption capacity rises rapidly because there are adequate adsorption sites on the
adsorbent's surface. The number of adsorption sites decreases as reaction time increases, rendering TC
adsorption harder and driving the TC adsorption capacity to plateau(Tang et al. 2021).

Pseudo-�rst-order (PFO), pseudo-second-order (PSO), and intra-particle diffusion (ID) kinetic models were
used to investigate the experimental data of FZM adsorption of TC, to predict the potential rate control
steps of adsorption, and understand the adsorption mechanism deeply. Figure 4 and Table S2
demonstrate the linear �tting curves of the experimental data of TC adsorption through three adsorption
kinetic models, as well as the corresponding model parameters. Table 4 shows that the PSO model's
correlation coe�cient (R2) value (R2 = 0.986) is substantially closer to one, indicating that it is the best �t
for the experimental data of TC adsorption by FZM. Chemical adsorption may be the rate-determining
step and controlling factor in the TC adsorption process, according to the PSO model's hypothesis(Tang
et al. 2021). Although Qt and t0.5 in the ID model have a good linear correlation, the �tted straight line in
the �gure does not pass through the origin, indicating that the ID model is not the only rate-limiting step.
According to the foregoing, chemical adsorption may be the rate-determining step and controlling factor
in the TC adsorption process on FZM.

3.3.2 Adsorption isotherms
For TC adsorption on FZM, the primary concentration of TC is also an essential factor. The in�uence of
varying initial TC concentrations in the range of 10-100mg/L on adsorption capacity was examined using
FZM in this research. Figure 5(a) depicts the change in adsorption capacity as TC concentrations
increase. TC adsorption capacity was steadily enhanced by FZM from 10 to 100 mg/L. This
demonstrates that the surface of FZM has enough adsorption sites for TC adsorption. As a result, for
subsequent study, the TC concentration recommended is 100 mg/L.
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Some conventional adsorption isotherm models were employed to �t the data of the effect of the initial
concentration of TC on the adsorption capacity to further explain the removal mechanism of TC by FZM.
The adsorption capacity increased signi�cantly with the TC concentration increased under the conditions
of a temperature of 298 K and the solution pH of 6, and the adsorption capacity reached its maximum at
the 100-mg/L solution of TC, as shown in Fig. 5(a).

Figure 5(b), (c), and (d) depict the adsorption data for three different TC adsorption isotherms on FZM,
while Table S3 lists the model parameters. When the correlation coe�cients(R2) of the three adsorption
isotherms are compared, it can be determined that the Freundlich model's R2 is 0.998 closest to 1,
revealing that the Freundlich isotherm can describe the TC removal process on FZM best. TC adsorption
on FZM's surface occurs as multilayer adsorption, according to the assumptions of the Freundlich model.
Furthermore, the maximum saturation adsorption capacity �tted to the Langmuir model was 1111.11
mg/g, which was superior to several other materials previously reported for the removal of TC from water
(as listed in Table 1), showing that the FZM material as-synthesized in this study has a greater potential
for TC removal from water. 

Table 1
Comparison of the adsorption performance of various adsorbents on TC.

Adsorbents Temperature

(K)

Equilibrium time
(min)

pH Qmax

(mg/g)

References

Graphene oxide 298 90 3.6 313 (Gao et al.
2012)

Rice straw derived
biochar

298 120 2–
11

98.33 (Dai et al.
2020)

Magnetic graphene
oxide

298 10 3–
10

39.1 (Lin et al.
2013)

PDA-NFsM 298 60 3–
10

142.9 (Jian et al.
2021)

NH2-MIL-101(Fe) 298 120 7.0 378 (Dong et al.
2020)

FZM 298 480 6.0 1111.11 This study

3.3.3 Adsorption thermodynamics
Temperature is another major component that in�uences TC adsorption on FZM in wastewater. At a TC
concentration of 100 mg/L, pH value of 6, and adsorbent dose of 100 mg/L, the �uctuation of TC
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adsorption capability at different temperature settings (298K, 308K, 318K) was examined independently
in this work.

The values of ΔG0 obtained at all three temperatures are negative, showing that the adsorption of TC on
FZM occurs spontaneously, as shown in Table 2. Furthermore, the adsorption process's ΔH0 value
becomes positive, indicating that the reaction is heat-absorbing, that TC adsorption capacity increases
with increasing temperature, and that high temperatures are advantageous for boosting TC adsorption.
Additionally, ΔS0 is greater than 0, implying that the adsorbent has a stronger a�nity for TC molecules.  

Table 2
Thermodynamic parameters of adsorption of TC on FZM.

Adsorbent Temperature(K) ΔG0 (KJ/mol) ΔH0 (KJ/mol) ΔS0 (J/mol/K)

FZM 298.15 -4.823 12.650 0.059

308.15 -5.409

318.15 -5.995

3.4 Possible adsorption mechanism
The mechanism of TC adsorption by FZM was investigated in-depth to appropriately improve the current
adsorbent and manufacture a higher performance adsorbent material. The �ndings of the FTIR
characterization examination of the FZM materials before and after TC adsorption are presented in Fig. 6.

The FZM diffraction peaks after TC adsorption are nearly identical to those before adsorption, implying
that the structure of the fabricated FZM composites remains stable during the adsorption process.
Compared with the FZM before adsorption, the FZM after TC adsorption shows a fresh characteristic
peak at 1258 cm− 1, which is caused by the stretching vibration of the -CH3 group on the benzene ring in

the TC molecule. Moreover, the intensity of the characteristic peak at 1591 cm− 1 is signi�cantly enhanced
and red-shifted, which could be owing to the TC molecule's absorption of the N-H deformation
vibration(Gao et al. 2012). Moreover, a broad peak appears, and the characteristic peak's intensity is
signi�cantly enhanced at 3200–3500 cm− 1. This is probably due to the stretching vibration of
intermolecular hydrogen bonds, indicating that the -OH on TC is adsorbed on the FZM's surface by
hydrogen bonding(Ma et al. 2020). Meanwhile, the development of a new distinctive peak at 592 cm− 1,
considered to be formed by Fe-O stretching, indicates that Fe on the surface of FZM has complexed with
the oxygen-containing functional groups in TC molecules and that TC molecules have been bound to
FZM by Fe-O. It also demonstrates that Fe doping introduces additional active sites for TC adsorption,
resulting in FZM having a greater adsorption capacity on TC than virgin ZIF-8(Gu et al. 2021). No new
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distinctive peak was discovered at 423 cm− 1, showing that Zn is not engaged in the TC adsorption
process. Furthermore, it was discovered that there is an electrostatic connection between FZM and TC
molecules, and the FZM surface is positively charged, in a research on the effect of pH on the adsorption
of TC by FZM. Additionally, because of the π-π interactions between TC molecules and the metal-organic
backbone material, FZM still has a high adsorption capacity for TC molecules at high pH(Xiong et al.
2018). In summary, different adsorption interactions such as H bonding, surface complexation, π-π
interactions, and electrostatic interactions are involved in the adsorption of TC on FZM composites, and
the possible mechanism diagram is shown in Fig. 7.

3.6 RSM Optimization
Three models in BBD were employed to explore the relationships between the adsorption capacity of TC
and pH, temperature, and adsorbent dosage. The quadratic polynomial model �ts the data better.

As stated in Eq. 3.1, a quadratic polynomial between the response variable Y (adsorption capacity) and
the independent variables A (pH), B (temperature), and C (dosage) was constructed based on the results
of the quadratic polynomial model �tting.

Y=537.78-13.26A+28.28B-114.19C-7.83AB-12.60AC 

+2.62BC-102.24A2-34.37B2+22.91C2 (3.1)

Where Y represents the adsorption capability of TC, A represents solution pH, B represents system
temperature, and C represents adsorbent dosage.

The equation shows that increasing the pH and adsorbent dosage amount inhibits the increase of TC
adsorption capacity, but increasing the temperature promotes the increase of adsorption capacity. In
comparison to the other two independent variables, the coe�cient of adsorbent dosage was found to be
the largest, indicating that the amount of dosing had the greatest effect on the change in TC adsorption
capacity. Adsorbent dosage > pH > temperature were the independent variables impacting TC's adsorption
ability in that order.

To elucidate these effects, an analysis of variance (ANOVA) on the data was required. The results of the
ANOVA for the quadratic model obtained from the BBD are presented in Table 3. From the interpretation
of the model �t parameters, we can obtain that the bigger the F-value and the smaller the p-value, the
more signi�cant the model is. As can be seen from the table, an F-value of 229.68 for the model implies
that this model is statistically signi�cant and a p-value less than 0.05 indicates that the model term is
signi�cant, so the model can be used to explain the statistical results of the adsorption capacity of TC on
FZM and to predict the optimal conditions. The individual factors pH (A), temperature (B), and dosage (C),
as well as the interaction terms AC, A2, B2, and C2, had p-values less than 0.05, indicating that all of the
above variables were signi�cant model terms. 



Page 14/26

Table 3
ANOVA analysis results of BBD model for adsorption of TC on FZM.

Source Sum of squares df Mean square F-value p-value

Model 163800.00 9 18203.39 229.68 < 0.0001

A-pH 1407.15 1 1407.15 17.75 0.004

B-Temperature 6395.8 1 6395.80 80.70 < 0.0001

C-Dosage 104300 1 104300.00 1316.12 < 0.0001

AB 244.92 1 244.92 3.09 0.1222

AC 635.04 1 635.04 8.01 0.0254

BC 27.56 1 27.56 0.3478 0.5739

A² 43155.95 1 43155.95 544.51 < 0.0001

B² 4972.43 1 4972.43 62.74 < 0.0001

C² 2209.97 1 2209.97 27.88 0.0011

Residual 554.79 7 79.26    

Lack of Fit 455.74 3 151.91 6.13 0.0561

Pure Error 99.05 4 24.76    

Cor Total 164400.00 16      

Std. Dev. 8.90   R² 0.9966  

Mean 484.75   Adjusted R² 0.9923  

C.V. % 1.84   Predicted R² 0.9547  

      Adeq precision 50.7857  

Adequate precision (AP), Coe�cient of variance (C.V.%), Standard deviation (Std. Dev.), and Regression
coe�cient (R2) were used to assess the reliability and accuracy of the experimental response (R2). The
AP value was larger than 4.0, and the C.V. % value was 1.84, indicating that the experimental data was
reliable. The "adjusted R2" and "predicted R2," respectively, are 0.9923 and 0.9547, with a difference of
less than 0.2, showing that the experimental data are well matched for the quadratic model. Meanwhile,
the R2 value for the TC adsorption model is 0.9966, which implies a linear correlation between the actual
experimental response and the projected TC response, indicating that this experimental model is reliable
and applicable. Thus, these results recon�rm that the proposed adsorption optimization model for TC on
FZM is statistically signi�cant and can be used to predict the optimal conditions.
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To validate the model, comparative and diagnostic plots were obtained in addition to these statistics. The
residuals are the differences between the model and experimental values, and the degree of model �t is
determined by the model's position and the experimental data. Figure S5(a) further shows that the TC
adsorption model's real reaction has a good linear correlation with the predicted response, showing that
the actual TC adsorption capacity values are in good accord with the model predictions. Figure S5(b) also
shows the model's residual plots, which are used to con�rm the extent of the model's �t. Therefore, the
model prediction for TC adsorption on FZM is acceptable.

Over a range of speci�ed variables, the effects of pH-temperature, temperature-dosage, and pH-dosage on
the adsorption of TC on FZM were determined, and the results are depicted as three-dimensional surface
plots and contours. The effects of pH-temperature, pH-dosing amount, and temperature-dosing amount
on the adsorption capacity of TC on FZM are shown in Figure 8 (a) and (b), (c) and (d), and (e) and (f),
respectively. The optimal conditions for TC adsorption on FZM, according to the model, were pH 7.1,
temperature 312.5 K, and injection amount 64.43 mg/L. 599.78 mg/g was the maximum capacity
prediction point for TC. Experiments were conducted under the optimal conditions predicted by the model
to verify the accuracy and reliability of the model, and the results showed that the adsorption capacity of
FZM on TC under these conditions was 589.42 mg/g, with a 1.73 % deviation between them. This reveals
that utilizing RSM to optimize TC adsorption by FZM is effective, and RSM may be used to determine the
best adsorption experimental conditions.

3.7 Reusability of FZM
The adsorbent's recoverability is a critical component in determining its economics and practical
applicability. FZM was introduced to a centrifuge tube containing 50 mL of TC solution at a dosage of
100 mg/L, and the tube was then placed in a thermostatic shaker at 298 k and 160 rpm for 240 min at a
100-mg/L TC and a pH of 6. The adsorbent was washed three times with 0.1M NaOH and ultrapure water
alternately, then dried in vacuum at 60℃ for 12 h. The reuse performance of FZM was investigated
through four cycles of regeneration tests, the results of which are presented in Fig. 9. The results revealed
that FZM's adsorption capacity on TC declined signi�cantly after four cycles, but it still exceeded 370
mg/g, con�rming that FZM's adsorption performance remained good after four regenerations. It suggests
that FZM has excellent reusability in the TC removal process and has the potential to be utilized in
application development.

3.8 Production Cost Estimation
The low yield of metal-organic framework materials is one of their drawbacks, which leads to high
production costs and limits the materials' mass production and practical applications. As a result, we
calculated the manufacturing cost of the MFZ composites used in this study, to determine the
components of production cost and the percentage of each component, as well as analyze and explore
cost-cutting alternatives. The cost of MFZ preparation is mostly comprised of the cost of raw ingredients
(cost A), cleaning solvents (cost B), power, tap water, and ultrapure water (cost C). Based on the existing
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laboratory scale and the bulk purchase price of materials on the market, a simple estimate of these
expenditures was made. Cost A is estimated to be US$59.45/kg, cost B is estimated to be US$150.46/kg,
and cost C is estimated to be US$0.60/kg, making a total cost of US$210.51 to generate 1 kg of FZM
composite. According to the response surface optimization results, the adsorption capacity attained
under the projected optimal conditions is 589.42 mg/g, costing US$0.36 per gram of TC adsorbed.

Additionally, as shown above, the cleaning solvent accounts for up to 71% of the whole cost. The
cleaning solvent is usually used only once in the laboratory preparation process; however, in large-scale
production, the cleaning solvent is recycled to some extent, typically up to 90%(Luo et al. 2021). As a
result, the total cost would be 75.10 US$/kg. At the current time, the cost of treating 100 mg/L of TC
wastewater at a dosage of 64.43 mg/L is around US$4.84/m3. Furthermore, repeated regeneration trials
with FZM composites have revealed that FZM has good reusability and may be recycled and reused,
lowering the cost of usage even further.

4. Conclusions
A simple precipitation approach and a solvothermal method were used to successfully synthesize Fe-
doped ZIF-8 loaded multi-walled carbon nanotubes in this research. The prepared adsorbent was utilized
to investigate TC adsorption performance and mechanism in wastewater. The pseudo-�rst-order kinetic
and Freundlich isotherm models �t the adsorption experimental data the best, demonstrating that the
adsorption of TC by FZM is multilayer adsorption with chemisorption as the rate-limiting step in the
adsorption process. The Langmuir model was used to �t the theoretical maximum saturation adsorption
capacity of 1111.11 mg/g, which was better than other adsorbents. Furthermore, the TC adsorption on
FZM is a heat-absorbing and spontaneous process. Possible TC adsorption methods on FZM include
hydrogen bonding between FZM and TC molecules, surface complexation, π-π interactions, and
electrostatic interactions. The projected adsorption capacity of TC was 599.78 mg/g under optimal
adsorption circumstances of pH 7.1, temperature 312.5 K, and dosage amount 64.43 mg/L, with a 1.73%
divergence from the actual result, according to response surface optimization trials. FZM displayed good
reusability for TC adsorption, according to the results of the four-cycle experiment. For treating 100 mg/L
of TC e�uent, the production cost estimate came in at around US$8.35/m3. In conclusion, FZM
demonstrated exceptional TC removal effectiveness and recyclability, indicating the considerable
potential for practical application.
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Figures

Figure 1

SEM images of ZIF-8 (a), MWCNTs (b), Fe-ZIF-8 (c) and FZM(d).
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Figure 2

X-ray diffraction patterns of ZIF-8, MWCNTs, Fe-ZIF-8, and FZM(a); FTIR spectra of MWCNTs, ZIF-8, Fe-
ZIF-8, and FZM(b).

Figure 3
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Effect of initial solution pH on TC adsorption by FZM.

Figure 4

Effect of contact time on the adsorption of TC by FZM (a); the �tting results of the adsorption kinetic
models of PFO (b), PSO (c), and ID (d).
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Figure 5

Effect of concentration on the adsorption of TC by FZM (a); the data �tting results of Langmuir (b),
Freundlich (c), and Temkin (d) adsorption isotherms
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Figure 6

FTIR spectra of FZM before and after adsorption of TC
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Figure 7

Possible adsorption mechanism diagram of TC on FZM

Figure 8

Contour plots and three-dimensional response plots of FZM adsorbed TC: pH - temperature (a, b); pH -
dosage (c, d); temperature and dosage (e, f).

Figure 9

Effect of the number of cycles of FZM on the adsorption effect of TC
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