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Abstract
Background: To investigate the transplantation of a functionalized self-assembling nanopeptide hydrogel
loaded with adipose-derived mesenchymal stem cells (AD-MSCs) into a rabbit hindlimb ischemia model
and to evaluate its effect in promoting vascular regeneration in ischemic tissues.

Methods: Functionalized self-assembling nanopeptide hydrogels were synthesized, and the physical and
chemical properties of the hydrogels were observed by electron microscopy. Primary AD-MSCs were
isolated, cultured, immunophenotyped, induced to differentiate, and veri�ed. The self-assembling
nanopeptide hydrogel was combined with mesenchymal stem cells for the three-dimensional culture of
AD-MSCs, and the growth characteristics were investigated. Animal models were injected with AD-MSC-
loaded self-assembled peptide hydrogel, and the therapeutic effects on arterial ischemia were analyzed.

Results: The pore size of the functionalized self-assembling nanopeptide hydrogel was suitable for cell
growth. Stem cells had a tendency for migration, differentiation, and angiogenesis in three-dimensional
culture. The experimental results of transplantation into the rabbit hindlimb ischemia model showed that
the functionalized self-assembling nanopeptide hydrogel loaded with AD-MSCs had better e�cacy than
AD-MSC transplantation alone.

Conclusion: Functionalized self-assembling nanopeptide hydrogels can be used as scaffold materials for
three-dimensional culture of AD-MSCs. Functionalized self-assembling peptide hydrogels combined with
AD-MSCs have better therapeutic effects than traditional stem cell therapies and can promote vascular
regeneration.

Background
Bone marrow mesenchymal stem cells have limited practical applications because they are di�cult to
obtain on a large scale [1]. The acquisition of adipose-derived mesenchymal stem cells (AD-MSCs) is
more convenient and more suitable for large-scale expansion. AD-MSCs have low immunogenicity and
multi-directional differentiation potential. AD-MSCs have been successfully differentiated into
osteoblasts, chondrocytes, adipocytes, cardiomyocytes, endothelial cells, and neurons [2–6]. Therefore,
AD-MSCs, as a new type of seed cell, have good application prospects in medicine.

The biological materials selected in the �eld of tissue engineering must be free of toxicity and side
effects, be absorbable and degradable, and have good compatibility with seed cells and the organism
receiving transplantation [7]. The combined transplantation of self-assembling nanopeptide hydrogel and
stem cells may be able to buffer sudden changes in the living environment of stem cells. The growth,
proliferation, and migration of stem cells in a three-dimensional culture scaffold may achieve a slow
release and long-lasting effect on local lesion tissues. Therefore, the use of self-assembling nanopeptide
hydrogel scaffolds loaded with stem cells could be an improvement over the traditional simple stem cell
suspension injection method and should have good application prospects in the �eld of stem cell
transplantation.
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In recent years, there have been many studies related to stem cell transplantation for the treatment of
ischemic diseases [8–10]. Transplantation of bone marrow mesenchymal stem cells or other types of stem
cells into tissues and organs with ischemia caused by arterial occlusion could produce "therapeutic
angiogenesis", thus promoting the formation of more collateral circulations and achieving the goal of
improving the blood �ow to ischemic tissue [11, 12].

In this study, a functionalized self-assembling nanopeptide hydrogel was prepared and combined with
AD-MSCs for transplantation into a hindlimb ischemia model in rabbits to study its effect of promoting
vascular regeneration in ischemic tissues.

Methods
All animal experiments have been approved by the Research Ethics Committee of Shandong
University(Approval number: KYLL-2015(KS)-200) and National Institutes of Health (NIH) Guidelines for
the Care and Use of Laboratory. Pure-bred male New Zealand white rabbits weighing between 2.5 kg and
3.0 kg were purchased from the Animal Testing Center of Shandong University. All the 15 New Zealand
rabbits were healthy and had similar hind limb nutritional status and arterial pulsation. Fifteen rabbits
were randomly divided into three groups: Experimental Group, Negative Control Group and positive
control group.

1. Culture and differentiation induction of AD-MSCs

1.1 Primary culture of AD-MSCs
Fresh adipose tissue was cut into pieces and digested with type I collagenase. After centrifugation,
resuspension, and �ltration, the obtained cells were added to DMEM/F12 complete culture medium, and
the resulting P0 culture was placed in a 37 °C, 5% CO2 incubator with saturated humidity. Cell growth and
cell morphology were observed daily under an inverted phase-contrast microscope. The P0 AD-MSCs were
digested with trypsin-EDTA, and the digestion was ended when the cells became oval and the intercellular
space became larger. The adherent cells were suspended, added again to DMEM/F12 complete culture
medium, and inoculated into a new culture bottle at a 1:3 ratio with complete culture medium with 10%
fetal bovine serum. This became the P1 culture. Cells were later passaged using the same method.

1.2 Immunophenotype identi�cation of AD-MSCs
AD-MSCs (P3) at 80% con�uence were digested with 0.25% trypsin-EDTA. Cells were resuspended in
phosphate-buffered saline (PBS) solution and distributed into six 0.5 ml Eppendorf tubes. Phycoerythrin
(PE)-labeled rat anti-human cluster of differentiation (CD) 29, CD31, CD34, CD44, and human leukocyte
antigen–DR isotype (HLA-DR) �ow cytometry antibodies and immunoglobulin G1 (IgG1) isotype
(negative control) were added to separate Eppendorf tubes. After mixing by pipetting, the tubes that had
antibodies were incubated for 20 minutes in the dark and at room temperature, followed by a PBS wash,
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resuspension of the cell pellet in 0.5 ml PBS, and detection of the immunophenotypes of AD-MSCs in a
�ow cytometer.

1.3 Drawing the growth curve of AD-MSCs
AD-MSCs (P3) at 80% con�uence was digested with 0.25% trypsin-EDTA, the density of AD-MSCs in the

cell suspension was adjusted to 3 × 105 cells/ml, and the cell suspension was added to six wells of a 96-
well plate at 100 µl/well that were included in the experimental group, while one well received 100 µl of
complete medium as the blank control. A total of eight 96-well plates were inoculated. One 96-well plate
was taken every 24 hours, 10 µl 0.5% 3-(4,5-dimethylthiazol-2-Yl)-2,5-diphenyltetrazolium bromide (MTT)
was added to each well, and the plate was incubated again for 4 hours and then removed again. DMSO
was then added to the plate at 100 µl/well, and a microplate reader was used to measure the optical
density (OD) value of each well at 490 nm. The wells that only had medium were the blank control group,
which was used to adjust the baseline, and the data of six experimental wells were recorded and the
average value was taken. The rest of the 96-well plates remained in the cell culture incubator, and the
medium was changed every 2–3 days. One 96-well plate was taken every 24 hours to repeat the above
steps. After recording the data for 8 days, the cell growth curve was drawn based on the average OD
value obtained every day, and the shape of the cell growth curve was observed.

1.4 Determination of AD-MSC cell cycle
AD-MSCs (P3) at 80% con�uence were digested with 0.25% trypsin-EDTA. After centrifugation, the
supernatant was aspirated, and 1 ml of 70% ethanol stored at 4 °C overnight was added to resuspend the
cell pellet by pipetting. The cells were �xed in a refrigerator at 4 °C overnight. On the second day, the cells
were centrifuged for 5 minutes, the supernatant was aspirated, and the cells were resuspended by adding
PBS at 4 °C. After centrifugation again, the cell cycle detection kit was used to stain the �xed cells, and
the cells were detected by �ow cytometry to analyze the cell cycle of AD-MSCs.

1.5 Induction of osteogenic differentiation of AD-MSCs
AD-MSCs (P3) at 80% con�uence were digested with 0.25% trypsin-EDTA and seeded at a density of 1.5 × 

103 cells/ml into a six-well plate. After adding the cell suspension, the six-well plate was placed in a cell
incubator. After 24 hours, the six-well plate was removed. After observing that most of the cells became
adherent under an inverted phase-contrast microscope, the culture medium was aspirated and replaced
with 2.5 ml of osteogenic induction medium. The six-well plate was placed in the cell incubator to
continue the culture. The osteogenic induction medium was routinely replaced every 2–3 days. After 3
weeks of induction, AD-MSCs were stained with alizarin red S staining solution to observe the formation
of calcium nodules.

1.6 Induction of adipogenic differentiation of AD-MSCs
AD-MSCs (P3) at 80% con�uence were digested with 0.25% trypsin-EDTA and seeded at a density of 1 × 

104 cells/ml into a six-well plate with 2.5 ml of cell suspension per well. The plate was placed in a cell
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incubator, and the medium was routinely replaced every 2–3 days. After AD-MSCs reached 100%
con�uence, 2.5 ml of adipogenic induction medium A was added. After 3 more days of culture, the
adipogenic induction medium A was discarded and replaced with adipogenic induction medium B. After
24 hours of culture, the adipogenic induction medium B was replaced with the induction medium A,
followed by incubation in a cell incubator for 3 days. After 12 days of repeating the above medium
switches, media A and B each had been replaced three times. After observing obvious lipid droplets under
an inverted phase-contrast microscope, oil red O staining was used to observe the results of adipogenic
differentiation.

1.7 Induction of endothelial differentiation of AD-MSCs
The digested P3 suspension was added to a 15-ml sterile centrifuge tube and centrifuged at 1000 r/min
for 5 minutes. The upper layer in the centrifuge tube was discarded, the cells were washed with 1 × PBS
and centrifuged again, and then the endothelial cell support solution 100% EGM2-MV was added to
suspend the cells. After resuspension, the cells were added to a culture �ask. The morphological changes
of the cells were continuously observed every day using an inverted phase-contrast microscope. The
culture medium was replaced every 3 days, and the cell growth was closely observed. After 4 weeks,
CD31-PE was used to label cells that were induced and cells that were not induced to undergo
differentiation. Immunophenotypes were identi�ed by �ow cytometry.

2. Preparation of functionalized self-assembling
nanopeptide hydrogel and three-dimensional culture of
combined AD-MSCs

2.1 Preparation of peptide solution and detection by
atomic-force microscopy
The three peptide powders were dissolved in a 10% glucose solution to obtain three kinds of peptide
solutions, each having a mass concentration of 10 g/L (1%). The peptide was completely dissolved by
ultrasound treatment. The aqueous solutions of RADA16-I polypeptide, KLT functionalized polypeptide,
and arginylglycylaspartic acid (RGD) functional polypeptide were mixed at a volume ratio of 2:1:1 and
mixed well by ultrasound to obtain a functionalized self-assembling polypeptide solution
(RADA/KLT/RGD). After diluting 100-fold and mixing by ultrasonic treatment, 10 µl of the sample was
dropped onto a freshly peeled mica sheet, dried, and observed under an atomic-force microscope.

2.2 Preparation of functionalized self-assembling nanopeptide hydrogels and observation of the
microstructure of the gels by scanning electron microscopy

A Transwell chamber was used to complete the self-assembly of the peptide solution. The chamber was
placed in a 24-well culture plate with PBS and incubated at 37 °C overnight, in order to permeate the
basement membrane. Then, 100 µL of the functionalized self-assembling peptide solution
(RADA/KLT/RGD) was added into the chamber, the chamber was removed after gelation, and the
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basement membrane was cut off to remove the hydrogel, which was �xed in 2.5% glutaraldehyde and
dehydrated to prepare samples for scanning electron microscopy.

2.3 Three-dimensional culture of functionalized self-
assembling nanopeptide hydrogel combined with AD-MSCs
After digesting the P3 AD-MSCs, the cell suspension was adjusted to 1 × 106/ml, and 100 µL of the
suspension was inoculated into the hydrogel soaked with the culture medium. After overnight incubation,
the hydrogel was rinsed. After 5 days of culture, the morphology and migration status of AD-MSCs were
observed under an inverted phase-contrast microscope. The hydrogel in the chamber was then digested
with digestive enzymes and quickly stained with acridine orange/ethidium bromide (AO/EB) for 30
seconds, followed by observation under a �uorescence microscope to exam the conditions of cell growth
and apoptosis and to count cells.

3. Establishment of a rabbit hindlimb ischemia model and
stem cell transplantation

3.1 Rabbit hindlimb ischemia model and angiography
Each rabbit was anesthetized with 3% sodium pentobarbital solution. After disinfection, the operation
area was covered with sterile drapes. The skin from 1 cm above the midpoint of the inguinal ligament to
the knee joint line was longitudinally cut, the femoral artery was dissected, the arterial collaterals were
ligated separately from the inguinal ligament to the knee, and the femoral artery in this area was resected.
A longitudinal incision was made in the midline of the neck, slightly leading towards the right side, to cut
open the skin and subcutaneous tissue. A section of the common carotid artery approximately 2 cm long
was dissected and placed with an arterial sheath entering the level of the aortic arch. Then 10 ml of
contrast agent was quickly injected. Digital angiography of bilateral hindlimbs was conducted for at least
10 seconds to observe the arteries of the hindlimbs of rabbits after operation.

3.2 Transplantation of functionalized self-assembled
nanopeptide hydrogel-loaded AD-MSCs into the rabbit
model of hindlimb ischemia
At 48 hours after operation on rabbit hindlimbs, rabbits in the experimental group (group A) were
transplanted with the self-assembled polypeptide hydrogel combined with AD-MSCs at multiple sites in
the right gastrocnemius muscle. Rabbits in the positive control group (group B) received multi-point
injections of a suspension of PBS-washed AD-MSCs at the same location and with the same number of
cells. Rabbits in the negative control group (group C) were injected with the same amount of PBS at the
same sites. Limb movements, skin color, and the presence or absence of skin ulcers, loss of toenails, and
limb gangrene in the hindlimbs on both the operation side and the healthy side were observed daily, and
blood pressure, skin temperature, and arterial pulsation were measured and recorded.
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Results
1. Culture and induction of AD-MSCs
1.1 Morphological observation of AD-MSCs
Twenty-four hours after inoculation of isolated AD-MSCs, cells were observed under an inverted phase-
contrast microscope, and it was found that a smaller number of short-spindle-shaped cells were adherent
(Fig. 1-1A). After 2 days, observation showed that the initial adherent cells grew slowly. The cell
morphology at 6 days is shown in Fig. 1-1B. After 6–10 days of culture, the growth rate of adherent cells
began to speed up, and cells started to show long-spindle, �broblast-like, and school-of-�sh-like
morphology (Fig. 1-1C). During the next 10 passages, the cells maintained their �broblast-like
morphology and high proliferative activity, and the morphology did not signi�cantly change (Fig. 1-1D).
1.2 Combined immunophenotyping of AD-MSCs
Flow cytometry was used to detect that the expression of multiple markers characteristic of AD-MSCs.
CD29 and CD44 were positive, but the endothelial cell marker CD31, the hematopoietic marker CD34, and
the �broblast marker HLA-DR were negative, proving that the primary cultured cells were AD-MSCs
(Fig. 1–2).

1.3 Growth curve drawing and cell cycle determination for AD-MSCs
The OD values   of eight 96-well plates inoculated with AD-MSCs were measured by a microplate reader
after using the MTT method, and the cell growth curve was drawn using the data (mean values) over 8
days. It was found that the growth curve of AD-MSCs was close to an S shape. The growth of stem cells
was slower in days 1–4, while the growth rate became faster and cells entered the exponential growth
stage after the 4th day. After 7 days, the cell density had become higher, and cells entered a plateau
phase in which the growth rate slowed down. It is consistent with the general growth pattern of cells

3.3 Histological examination after stem cell transplantation
At 30 days after AD-MSC transplantation, muscle samples were taken from the same sites of both
hindlimbs (gastrocnemius muscles) and sectioned   for hematoxylin-eosin (HE) staining. We observed
whether the muscle tissues had necrosis, whether the muscle �bers were arranged neatly, and whether the
muscle space was widened under the microscope. Immuno�uorescence staining of factor VIII was
conducted on the abovementioned frozen sections. The sections were �xed in 4% paraformaldehyde
solution, dried, permeabilized, and blocked in 5% goat serum blocking solution. The sections were then
added to factor VIII primary antibody diluted 1:100 and FITC-labeled secondary antibody in drops and
incubated in a humidi�ed box at room temperature. The slides were sealed after drying, and the number
of cells positive for immuno�uorescence staining in a single �eld were counted under a �uorescence
microscope.

Statistical analysis
The recorded experimental data were processed using SPSS18.0. The data are expressed as the mean ± 
standard deviation and were analyzed using pairwise comparisons in analysis of variance (ANOVA)
within SPSS. The test standard for statistical signi�cance was P < 0.05.
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(Fig. 1-3A). Flow cytometry analysis of the cell cycle showed that approximately 77% of AD-MSCs were in
the G0/G1 phase (quiescent phase) and 23% of AD-MSCs were in the S + G2/M phase (proliferation
phase, Fig. 1-3B).

1.4 Induction of osteogenic and adipogenic differentiation
AD-MSCs were put through 3 weeks of osteogenic differentiation induction, and alizarin red S staining
showed the formation of dark-brown mineralized nodules (Figs. 1-4A, 4C). During the induction of AD-
MSCs to differentiate into adipocytes, the trend of differentiation of AD-MSCs into adipocytes could be
seen approximately 10 days after induction. The cytoplasm began to �ll with fat particles, and oil red O
staining of induced AD-MSCs revealed positive staining (Figs. 1-4B, 4D). By demonstrating their multi-
directional differentiation potential, these data further show that the isolated and cultured primary cells
were AD-MSCs.
1.5 Inductions of endothelial differentiation of AD-MSCs and �ow cytometry identi�cation
After AD-MSCs were induced to endothelial differentiation, it was found that the spindle cells became
shorter, appeared to show polygonal or triangular-like changes, and the cells showed a paving-stone-like
overall growth status. There was no obvious morphological change in the control group (Fig. 1-5A). Flow-
cytometric immunophenotyping was performed on the stem cells after endothelial differentiation
induction, and the cells were labeled and loaded into the �ow cytometer. We found that the endothelium-
labeling antibody CD31 changed from negative to positive, while the control group still had negative
CD31 results in �ow cytometry (Figs. 1-5B, 5C).

2. Preparation of functionalized self-assembling nanopeptide hydrogels and three-dimensional culture of
combined fat mesenchymal stem cells
2.1 Preparation of peptide solution and detection by atomic-force microscopy
The peptide powder was dissolved in 10% glucose to form a peptide solution. The peptide solution was
thick and turbid. After sonication with an ultrasound probe, the peptide solution changed from a thick,
turbid solution to a clear solution, indicating that the peptide was dissolved and mixed well. Atomic-force
microscopy revealed nano�ber-like structures made of the peptides. The length and thickness of the
peptide nano�bers were relatively uniform, and the �ber diameter was 10–20 nm (Fig. 2-1A).
2.2 Preparation of self-assembled nanopeptide hydrogel
Hydrogel was obtained after the self-assembly of the RADA/KLT/RGD polypeptide solution was induced
by PBS. It was transparent and had a solid hydrogel-like property, and its water content was extremely
rich (Fig. 2-1B, 1C). Scanning electron microscopy showed that the polypeptides aggregated into polymer
�bers and formed a network-like �ber structure with a pore diameter of approximately 10–50 µm. Since
most eukaryotic cells have a diameter of 5–30 µm, the hydrogel was suitable for cell adhesion, migration,
and growth inside the hydrogel, providing a true 3D culture environment (Fig. 2-1D).
2.3 In vitro experiments combining cells with self-assembling peptide hydrogels
When AD-MSCs were seeded on a self-assembling nanopeptide hydrogel, the cells were evenly distributed
and had a slightly different morphology, but the cells were in a good state of extension and were tightly
connected (Fig. <link rid="�g9">2</link>–2).
2.4 Cell compatibility of self-assembling peptide hydrogel



Page 9/20

AD-MSCs were cultured in the self-assembling nanopeptide hydrogel. Cells grew well in the hydrogel, were
spread out, migrated, and were interconnected. The cell suspension was stained with acridine orange
(AO)/ethidium bromide (EB) for 30 seconds and observed under a �uorescence microscope. Four �elds
were randomly selected under a 10x objective lens for cell counting (Fig. 2–3). It was found that
apoptotic cells made up fewer than 5% of them, indicating that the cells were growing and surviving well
in the hydrogel, and the hydrogel had good biocompatibility.
3. Establishment of a rabbit hindlimb ischemia model and stem cell transplantation experiment
3.1 Establishment of a rabbit hindlimb ischemia model and angiography
To generate a rabbit hindlimb ischemia model, the external iliac artery, femoral artery, and related
branches were ligated during the operation, and the femoral artery segment from the external iliac artery
to below the knee was removed (Fig. 3-1A, 1B). The skin color and skin temperature of the bilateral
hindlimbs were compared. The skin color of the operated hindlimb was obviously darker than on the
healthy side, the skin temperature of the operated hindlimb was signi�cantly lower than that of the
contralateral side, and the arterial pulsation could not be felt on the operated side (Fig. 3-1C). Through
hindlimb angiography, no blood �ow through the main blood vessels or their branches was observed in
the hindlimb on the operated side (Fig. 3-1D).
3.2 General clinical evaluation after stem cell transplantation
Skin temperature data (difference in skin temperature between the operated hindlimb and the healthy
hindlimb) were used for analysis. After 30 days of treatment, the difference in skin temperature between
the bilateral hindlimbs of rabbits was 0.40 ± 0.23 °C in group A, 0.48 ± 0.21 °C in group B, and 0.53 ± 
0.23 °C in group C. Pairwise comparisons in analysis of variance (ANOVA) showed that the skin
temperature differences of the hindlimbs did not differ signi�cantly between the three groups (P > 0.05)
(Fig. 3-3A).
3.3 Histological analysis
The rabbit hindlimb skeletal muscle specimens were HE-stained. The hindlimb skeletal muscle �bers on
the operated side of rabbits in group A (hydrogel + stem cell group) were arranged fairly neatly, there were
fewer instances of vasculature disruption and disorganization, and there were mild disturbances of
muscle �bers compared to �bers in normal tissue sections. Tissue sections of rabbits in group B (simple
stem cell group) showed that the distribution of the vasculature and the arrangement of muscle �bers
were not as good as in group A, but there was no obvious muscle �ber dissolution or necrosis. Tissue
sections from group C (negative control group) showed obvious tissue structural disorders, partial
dissolution and necrosis of muscle �bers, vascular system disorders, and extensive �brosis (Fig. 3 − 2.
AH).

Histological scores after HE staining were 70.33 ± 6.40 in group A, 66.00 ± 5.41 in group B, and 58.00 ± 
6.21 in group C, (Fig. 3-3B). The three groups of data were compared pairwise using ANOVA. The
differences between the B and C groups and the A and C groups were statistically signi�cant (P < 0.01),
while the difference between the A and B groups was not signi�cant (P = 0.055).

After performing immuno�uorescence staining for factor VIII, we counted cells with positive
immuno�uorescent staining, and the results were 287.83 ± 39.33 in group A, 219.33 ± 47.04 in group B,
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185.33 ± 41.70 in group C, and 434.33 ± 44.99 in the normal group (the healthy hind limb) (Fig. 3- 3C).
The four groups of data were analyzed by pairwise analysis with ANOVA, and the intergroup differences
between the four groups of data were all statistically signi�cant. Speci�cally, the differences between the
three groups A, B, and C and the normal group were statistically signi�cant (P < 0.01), the difference
between groups A and C was statistically signi�cant (P < 0.01), and the differences between groups A and
B and between groups B and C were also statistically signi�cant (P < 0.05).

Discussion
At present, research on the application of stem cells to clinical diseases is very popular. Some researchers
have transplanted stem cells into the body to treat a variety of diseases and have achieved certain
therapeutic effects. For example, stem cells have been used in �elds such as plastic surgery and cardio-
cerebrovascular diseases, providing strong support for the clinical application of stem cells [13–17]. As a
new type of adult stem cells, AD-MSCs can meet the standards of ideal seed cells in tissue engineering
and have incomparable advantages in tissue engineering technology or clinical applications.

According to the experimental results of this study, AD-MSCs derived from primary culture and expansion
have biological characteristics of other adult stem cells. In terms of morphology, they exhibit �broblast-
like, spindle-shaped, and school-of-�sh-like morphology, consistent with the morphological characteristics
of mesenchymal stem cells in previous studies. To conduct �ow cytometry immunophenotyping of the
isolated cells, we selected �ve immunophenotypes, CD29, CD31, CD34, CD44, and HLA-DR. CD31 was
used to exclude the small amount of vascular endothelial cell contamination from adipose tissue in the
acquired AD-MSCs. CD34 was used to exclude the contamination from small amounts of adherent cells
in the residual blood. HLA-DR was used to exclude contamination of �broblasts from adipose tissue
fascia and connective tissue. Positive CD29 and CD44 expression were used to further con�rm that the
cells obtained in the study were AD-MSCs.

In addition, the obtained stem cells were subjected to cell growth curve and cell cycle measurements and
presented features consistent with the growth stages of stem cells, that is, the growth latency period,
exponential growth period, and plateau period in which growth was inhibited. The growth curve was
approximately a standard S-shape, consistent with the growth characteristics of AD-MSCs, further
supporting the characterization of the obtained cells from another perspective.

AD-MSCs also have multi-directional differentiation potential. They can differentiate into different types
of cells, such as osteoblasts, cardiomyocytes, adipocytes, endothelial cells, and chondrocytes, playing
corresponding clinical roles. We investigated the osteogenic, adipogenic, and endothelial differentiation
of obtained AD-MSCs, AD-MSCs could be induced into osteogenic, adipogenic, and endothelial
differentiation under corresponding induction conditions.

In 1993, Professor Zhang Shuguang et al. [18] discovered self-assembling ionic complementary
polypeptides and synthesized a hydrogel using the polypeptides. The hydrogel scaffold is composed of a
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nano�ber network with uniform pores and rich water content (more than 99%). The structure is similar to
the extracellular matrix and can well mimic the internal environment to conduct three-dimensional culture
of cells.

This study demonstrated that RAD/KLT/RGD, a functionalized self-assembling nanopeptide hydrogel, can
promote both cell adhesion and such stem cell biological characteristics as proliferation and migration.
In terms of its functionalized activity, after inoculation with AD-MSCs and under the culture conditions of
EGM2-MV + 40 ng/ml VEGF + 10 ng/ml b-FGF, three-dimensionally cultured AD-MSCs stretched well, were
connected to each other, and presented the morphological trend of forming a lumen. AO/EB staining
showed that the three-dimensionally cultured cells survived well, with fewer than 5% apoptotic cells, and
that the functionalized self-assembled nanopeptide hydrogel could allow a larger number of cells to show
adherent growth within a certain time. Therefore, it has good application prospects in the �eld of vascular
tissue engineering as a three-dimensional material for carrying stem cells [19.20].

For some ischemic clinical diseases, the generation of new blood vessels in the ischemic tissue
determines the survival and functional retention of the tissue. Therefore, it will be valuable to construct
blood vessels and promote neovascularization in tissue engineering technology. At present, stem cell
transplantation has become an emerging solution to promote blood vessel vascularization.

Some researchers believe that the transplanted stem cells can play a role by differentiating into
endothelial cells, and the newly generated endothelial cells can form capillaries or participate in the
neovascularization of some collateral vessels, thereby increasing the blood supply to the ischemic site.
Other studies have suggested that transplanted stem cells can secrete a variety of angiogenic cytokines,
including vascular endothelial growth factor (VEGF), �broblast growth factor (FGF), hepatocyte growth
factor (HGF), and insulin-like growth factor 1 (IGF-1), that act via paracrine mechanisms, thereby
promoting angiogenesis and sprouting, increasing blood perfusion, and achieving the goal of improving
ischemia [21–25].

The transplantation of biomaterials combined with the delivery of stem cells to the ischemic site may be
able to buffer the sudden changes in the living environment of stem cells. In addition, the growth,
proliferation, and migration of stem cells in a three-dimensional culture scaffold could achieve a
sustained release and long-lasting effect for the treatment of ischemic tissue. Therefore, using a
biomaterial scaffold loaded with stem cells for a combination transplantation of stem cells and
bioscaffold may achieve a better therapeutic effect than the traditional method of stem cell suspension
injection. Based on the above ideas, this study used a functionalized self-assembled nanopeptide
hydrogel combined with AD-MSCs to replace the previous method of stem cell suspension injection,
aiming to improve the therapeutic effect of transplanted stem cells on ischemic tissue.

Conclusion
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This study explored the transplantation of functionalized self-assembling peptide hydrogel-loaded AD-
MSCs into the ischemic hindlimb of rabbits and applied methods such as tissue section scoring and
immunostaining to count positively stained cells to objectively evaluate the treatment effect. The
combination transplantation had a better therapeutic effect than stem cell suspension injection alone,
con�rming that functionalized self-assembling nanopeptide hydrogels combined with AD-MSCs can
promote vascular regeneration.

Abbreviations

Ad-MSCs adipose-derived mesenchymal stem cells

AFM Atomic force microscopy

AO/EB Acridine orange ethidium bromide

BMSCs Bone marrow mesenchymal stem cells

b-FGF Basic �broblast growth factor

DMEM Dulbecco's modi�ed eagle's medium

DMSO Dimethyl sulfoxide

DSA Digital subtraction angiography

EDTA Eathylene diamine tetraacetic acid

EGM2 Endothelial cell growth medium-2

FBS Fetal bovine serum

H&E Hematoxylin-eosin staining

HGF Hepatocyte growth factor

IGF Insulin-like growth factor

KLT Functionalized peptide contained the VEGF mimicking sequence

O.D Optical density

PBS Phosphate buffered saline

RADA Self-assembling peptide

SEM Scanning electron microscope

VEGF Vascular endothelial growth factor

3D 3-Dimensional
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Figure 1

Morphological appearance of AD-MSCs A: Adherent primary AD-MSCs (× 200). B: Primary AD-MSCs (×
100). C: P3 AD-MSCs (× 100). D: P10 AD-MSCs (× 100). Immunophenotyping of AD-MSCs by �ow
cytometry A: Positive expression of CD29. B: Negative expression of endothelial cell marker CD31. C:
Negative expression of hematopoietic marker CD34. D: Positive expression of CD44. E: Negative
expression of �broblast marker HLA-DR. Growth curve of AD-MSCs using the MTT method After cells



Page 17/20

were treated with MTT solution, the cell growth curve was drawn using the OD values (mean) measured
over 8 days. The growth of AD-MSCs went through a latency phase, exponential growth phase, and
plateau phase, making an S-shaped curve. Growth cycle determination of AD-MSCs Induction of
osteogenic and adipogenic differentiation of AD-MSCs A, C: Induction of AD-MSCs to differentiate into
osteoblasts. Alizarin red S staining shows calcium nodule deposition in induced AD-MSCs, A (× 100), C (×
200). B, D: Induction of AD-MSCs to differentiate into adipocytes. Oil red O staining shows lipid droplet
accumulation in the induced AD-MSCs, B (× 100), D (× 200). Induction of endothelial differentiation of
AD-MSCs and identi�cation of immunophenotypes by �ow cytometry A: AD-MSCs in the 3D-printed
model were induced to differentiate, and paving stone–like changes were seen in the cells (× 100). B:
Negative expression of CD31 in the control group. C: Positive expression of CD31 in the experimental
group.
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Figure 2

Atomic-force microscopy detection of peptides and scanning electron microscopy detection of peptide
hydrogels A: Atomic-force microscopy inspection of the prepared samples of the peptide solution,
revealing scattered nano�bers with uniform �ber thickness and length (× 30,000). B: Properties of the
self-assembled hydrogel in the Transwell chamber. The assembled hydrogel was transparent and rich in
water content. C: The hydrogel took on the pale-red color of the culture medium after the components of
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the hydrogel were neutralized by the culture medium of AD-MSCs. D: The pore-like, uniform internal
structure of the hydrogel under the scanning electron microscope (× 500). Observation of cells inside the
self-assembled nanopeptide hydrogel model combined with AD-MSCs A, B, C, D: Images of cells in the
hydrogel photographed at different views, showing that the cells in the hydrogel grew well and adhered
tightly (× 100). AO/EB staining image of cell suspension after culturing AD-MSCs in the hydrogel The
obtained AD-MSC suspension was subjected to AO/EB staining, the cell debris was removed, and cell
counting revealed red cells made up < 5%.
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Figure 3

Generation of a rabbit hindlimb ischemia model A, B: The model of rabbit hindlimb ischemia was
generated by ligating and excising the segment of femoral artery from the end of the external iliac artery
to below the knee. C: The skin color of the hindlimbs was compared after the rabbit hindlimb ischemia
model was made. D: Digital subtraction angiography showed no arterial arteriography in the main arteries
of the operated hindlimb. Histological evaluation of the rabbit model of hindlimb ischemia Observation of
HE-stained rabbit hindlimb skeletal muscle specimens revealed that the skeletal muscle �bers of the
operated hindlimb in group A (hydrogel + stem cell group) were arranged fairly neatly, and there were few
instances of vasculature disruption and disorganization. Group B (simple stem cell group) showed that
the distribution of the vasculature and the arrangement of muscle �bers were not as good as those of
group A, but there were no obvious muscle �ber dissolution and necrosis. Group C (negative control
group) showed obvious tissue-structural disorders, partial dissolution and necrosis of muscle �bers, and
vascular system disorders. Statistical analysis of general data and histological data of rabbits after
surgery A. Thirty days after treatment, the skin temperature differences of bilateral hindlimbs in rabbits
were 0.40 ± 0.23 in group A, 0.48 ± 0.21 in group B, and 0.53 ± 0.23 in group C. B. Histological scores
after HE staining were 70.33 ± 6.40 in group A, 66.00 ± 5.41 in group B, and 58.00 ± 6.21 in group C. C.
After immuno�uorescence staining with factor VIII, the numbers of immuno�uorescence-positive cells
were counted: 287.83 ± 39.33 in group A, 219.33 ± 47.04 in group B, 185.33 ± 41.70 in group C, and
434.33 ± 44.99 in the normal group (the healthy-side hind limbs)
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